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فعال در  ينوين فتوکاتاليست يهايبا ارائه پوشش ييدارو يهاحذف آلاينده: ")گرنت پژوهشي( وهشيعنوان طرح پژ -1

"، کارفرما: صندوق حمايت از برنج هيرلايز يرو يپلاسماي يبه روش اکسيداسيون الکتروليت يمحدوده مرئ

، همکار الحسيني حاآرش فتپژوهشگران و فناوران کشور، معاونت علمي و فناوري رياست جمهوري، مجري: 

 .1401مرداد : تصويب، تاريخ دکتر مينو کرباسياصلي: 

ر د 6WO2/Bi2TiO رهمگنياتصال غ ييايميو الکتروش يستيفتوکاتال تيفعال ي: "بررسرساله دکتريعنوان  -2

خالص"، کارفرما: صندوق حمايت  ميتانيت يرو ييپلاسما يتيالکترول ونيداسيشده به روش اکس جاديا يهاپوشش

: آرش فتاح الحسيني، استاد راهنماپژوهشگران و فناوران کشور، معاونت علمي و فناوري رياست جمهوري،  از

 .1401 آذرتاريخ تصويب:  ،راضيه چهارمحالي: يدکتردانشجوي 

-ينور زوريدر حضور کاتال شيبا  اکسا يآب يهاطينوظهور از مح يهاندهيحذف آلاعنوان طرح پژوهشي: " -3

"، کارفرما: صندوق حمايت از پژوهشگران و فناوران کشور، معاونت علمي يو تحت نور مرئ 4N3C-g يسيمغناط

، تاريخ يکرباس نويمدکتر : يپژوهشگر پسادکترالحسيني،  اح: آرش فتسول طرحو فناوري رياست جمهوري، م

 .1401: اتمام طرح

 نديشده توسط فرآ ديتول زدانهيروقمس خالص ف ييايميبر رفتار الکتروش يزدانگير ريعنوان طرح پژوهشي: "تأث -4

محدود"، کارفرما: صندوق حمايت از پژوهشگران و فناوران کشور، معاونت علمي و فناوري  ياريش يسازفشرده

 .1400الحسيني، تاريخ اتمام طرح:  احرياست جمهوري، مجري: دکتر احمد کيواني، همکار اصلي: آرش فت

 هاديمهين هايتيشدن نانوکامپوز نييو رو يخوردگ ،ييايميکتروشي رفتار العنوان طرح پژوهشي: "مطالعه -5

"، کارفرما: صندوق حمايت از بدنيمول ديسولفحاوي نانوذرات دي ديتلوراسموتيب هي( پاکي)ترموالکتر

فتاح الحسيني، تاريخ اتمام  شپژوهشگران و فناوران کشور، معاونت علمي و فناوري رياست جمهوري، مجري: آر

 .1398طرح: 

و  نيرفتار روي يو بررس يخالص تجار وميتانيت يبر رو 2TiB/TiB يدهعنوان طرح پژوهشي: "پوشش -6

"، کارفرما: صندوق حمايت از پژوهشگران و يهاي رينگر، هنک و محلول بافر فسفاتالکتروشيميايي در محلول

: آرش فتاح اني، همکارحميد اصفهاندکتر فناوران کشور، معاونت علمي و فناوري رياست جمهوري، مجري: 

 .1398اميد ايمان طلب، تاريخ اتمام طرح: دکتر  و الحسيني

 PVDبه روش  Ti-6Al-4V اژيهاي نانوساختار تانتاليوم و نيتريد تانتاليوم بر آلپوشش جادياعنوان طرح پژوهشي: " -7

: صندوق حمايت کارفرما"، يهاي رينگر، هنک و بافر فسفاتو الکتروشيميايي در محلول يرفتار خوردگ يو بررس

حسن علم خواه، دکتر : مجري، لمي و فناوري رياست جمهورياز پژوهشگران و فناوران کشور، معاونت ع

 .1397، تاريخ اتمام طرح: اميد ايمان طلبدکتر  -همکاران: آرش فتاح الحسيني

"، نانوساختار مقاوم هايپوششي مقاوم شده با استفاده از طراحي و ساخت پلانجر فلز": صنعتي عنوان طرح -8

تاريخ اتمام مجري: دکتر حسن علم خواه، همکار اصلي: آرش فتاح الحسيني، ، ارفرما: نيروگاه شهيد مفتح همدانک

 .1398طرح: 
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"، ايبا روش پلاريزاسيون چرخه خوردگي فولاد ساده کربني در محيط شبيه ساز بتنبررسي عنوان طرح پژوهشي: " -9

مجري: مهندس پرويز محمديان صميم، همکار اصلي: ، فه اي شهيد مفتح همدانآموزشکده فني حر کارفرما: 

 .1395، تاريخ اتمام طرح: آرش فتاح الحسيني

با روش پلاريزاسيون  بتن ي شدهمحلول شبيه سازدر  304 فولاد زنگ نزن بررسي خوردگيعنوان طرح پژوهشي: " -10

مجري: مهندس پرويز محمديان صميم، همکار ، دانآموزشکده فني حرفه اي شهيد مفتح همکارفرما:  "،ايچرخه

 .1395، تاريخ اتمام طرح: اصلي: آرش فتاح الحسيني

مطالعه مکانيزم خوردگي و بازدارندگي از خوردگي فولاد " مورد حمايت صنعت:کارشناسي ارشد نامه پايانعنوان  -11

 .1394شازند(، شرکت پالايش نفت امام خميني ) "،S2Hو   HClکربني در  محلول هاي حاوي 

بررسي اثرات يک بازدارنده خوردگي بر روي فولاد " مورد حمايت صنعت:کارشناسي ارشد نامه پايانعنوان  -12

 .1394شرکت پالايش نفت امام خميني )شازند(،  "،S2Hكربني در محيط اسيدي حاوي 

هاي خوردگي كنندهيق ممانعتسازي نوع و ميزان تزرسي ارشد مورد حمايت صنعت: "بهينهنامه کارشناعنوان پايان -13

 .1392 ران،يكشي و خطوط لوله مجتمع هاي دريايي سروش و نوروز"، شرکت نفت فلات قاره ادر سيستم لوله

 

 .1401ف(، انتشارات دانشگاه بوعلي سينا، صنيخوردگي )ت هايآزمونآرش فتاح الحسيني،  -1

ف(، صني)تهاي اکسيداسيون الکتروليتي پلاسمايي لي، مينو کرباسي، پوششآرش فتاح الحسيني، راضيه چهارمحا -2

 .1401انتشارات دانشگاه بوعلي سينا، 

ويرايش تشارات دانشگاه بوعلي سينا، آرش فتاح الحسيني، احمد ساعتچي، مباني مهندسي خوردگي )تاليف(، ان -3

 .1401، ومسچاپ  دوم،

آلومينيم: خواص، فرايندها و کاربردها )ترجمه(، انتشارات دانشگاه  آرش فتاح الحسيني، قطعات ريختگي آلياژهاي -4

 .1401 م،وچاپ سبوعلي سينا، 

نزن )تاليف(، انتشارات آرش فتاح الحسيني، احمد ساعتچي، پرويز محمديان صميم، خوردگي فولادهاي زنگ -5

 .1401 چاپ دوم، دانشگاه بوعلي سينا و انجمن خوردگي ايران،

نزن: خوردگي يکنواخت و خوردگي احمد ساعتچي، پرويز محمديان صميم، فولادهاي زنگ آرش فتاح الحسيني، -6

 .1391در دماهاي بالا )تاليف(، انتشارات دانشگاه بوعلي سينا و انجمن خوردگي ايران، 

 هاي الکتروشيميايي خوردگي براي استفاده عملي مهندسان و دانشمنداناي بر روشمقدمهآرش فتاح الحسيني،  -7

 .1390جمه(، انتشارات دانشگاه بوعلي سينا، )تر

ISIScopus 

1. A. Fattah-alhosseini, A. Saatchi, M.A. Golozar, K. Raeissi, The transpassive 

dissolution mechanism of 316L stainless steel, Electrochimica Acta, 54 (2009) 3645–

3650. 



 5 

2. A. Fattah-alhosseini, M.A. Golozar, A. Saatchi, K. Raeissi, Effect of solution 

concentration on semiconducting properties of passive films formed on austenitic 

stainless steels, Corrosion Science, 52 (2010) 205–209. 

3. A. Fattah-alhosseini, A. Saatchi, M.A. Golozar, K. Raeissi, The passivity of AISI 

316L stainless steel in 0.05M H2SO4, Journal of Applied Electrochemistry, 40 (2010) 

457–461. 

4. A. Fattah-alhosseini, F. Soltani, F. Shirsalimi, B. Ezadi, N. Attarzadeh, The 

semiconducting properties of passive films formed on AISI 316 L and AISI 321 stainless 

steels: A test of the point defect model (PDM), Corrosion Science, 53 (2011) 3186–3192. 

5. A. Fattah-alhosseini, H. Farahani, Electrochemical behaviour of AISI 304 stainless 

steel in sulfuric solution: Effects of acid concentration, Iranian Journal of Materials 

science and Engineering, 10(4) (2013) 31–42. 

6. A. Fattah-alhosseini, O. Imantalab, Effect of immersion time on the electrochemical 

behaviour of AISI 321 stainless steel in 0.1 M H2SO4 solution, Iranian Journal of 

Materials science and Engineering, 11(2) (2014) 57–70. 

7. A. Fattah-alhosseini, M. Asadi Asadabad, Phase stability and semiconducting 

behaviour of low activation austenitic Mn-Cr steels, Iranian Journal of Materials science 

and Engineering, Vol. 11(4) (2014) 20–27. 

8. A. Fattah-alhosseini, A. Moradi, E. Moradi, N. Attarzadeh, Electrochemical 

Behaviour of AISI 410 Stainless Steel at Open Circuit Potential in Acidic Solutions, 

Analytical and Bioanalytical Electrochemistry, 6(3) (2014) 284–295. 
9. S.O. Gashti, A. Fattah-alhosseini, Effect of chloride ions concentration on the 

semiconducting behaviors of 1050 and 6061 Al alloys, Analytical and Bioanalytical 

Electrochemistry, 6(5) (2014) 535–544. 

10. A. Fattah-alhosseini, Z. Masomi, M. Mirzaei, Investigation of the electrochemical 

behavior of alloy C in NaOH solutions, Analytical and Bioanalytical Electrochemistry, 

6(6) (2014) 646–656. 

11. A. Fattah-alhosseini, F. Shirsalimi, M. Yousefi, A. Abedi, Electrochemical 

behaviour investigation of two low activation austenitic stainless steels in an acidic 

solution, Journal of Materials and Environmental Science, 5 (6) (2014) 1847-1853. 

12. A. Fattah-alhosseini, M. Ranjbaran, S. Vajdi Vahid, Corrosion behaviour of A356-

10 vol.% SiC composites cast by gravity and squeeze casting in H2SO4 solutions, 

International Journal of Corrosion, 2014. 

13. A. Fattah-alhosseini, M. Sabaghi Joni, Investigation of the passive behaviour of 

AZ31B alloy in alkaline solutions, Journal of Magnesium and Alloys 2 (2014) 175–180. 

14. A. Fattah-alhosseini, M. Sabaghi Joni, Semiconducting behavior of the anodically 

passive films formed on AZ31B alloy, Journal of Magnesium and Alloys 2 (2014) 305–

308. 

15. A. Fattah-alhosseini, S. Vafaeian, Effect of solution pH on the electrochemical 

behaviour of AISI 304 austenitic and AISI 430 ferritic stainless steels in concentrated 

acidic media, Egyptian Journal of Petroleum, 24 (2015) 333–341. 

16. A. Fattah-alhosseini, M.K. Keshavarz, A. Masomi, S. Marianaji, Semiconducting 

behavior of pure copper in alkaline solutions, Egyptian Journal of Petroleum, 24 (2015) 

405–409. 



 6 

17. A. Fattah-alhosseini, Modified point defect model for the electrochemical behavior 

of the passive films formed on Alloy C (UNS N10002) in borax solutions, Arabian 

Journal for Science and Engineering, 40 (2015) 63–67. 

18. A. Fattah-alhosseini, O. Imantalab, Effect of accumulative roll bonding process on 

the electrochemical behavior of pure copper, Journal of Alloys and Compounds, 632 

(2015) 48–52. 

19. A. Fattah-alhosseini, S. Vafaeian, Comparison of electrochemical behavior between 

coarse-grained and fine-grained AISI 430 ferritic stainless steel by Mott–Schottky 

analysis and EIS measurements, Journal of Alloys and Compounds, 639 (2015) 301–307. 

20. A. Fattah-alhosseini, M. Sabaghi Joni, Effect of immersion time on the 

electrochemical behaviour of AZ31B alloy, Journal of Alloys and Compounds, 646 

(2015) 685–691. 

21. A. Fattah-alhosseini, M. Sabaghi Joni: Role of chloride in the electrochemical 

behaviour of AZ31B Mg alloy, International Journal of Materials Research, 106 (2015)  

282–287. 

22. O. Imantalab, A. Fattah-alhosseini, Electrochemical and passive behavior of pure 

copper fabricated by accumulative roll bonding (ARB) process, Journal of Materials 

Engineering and Performance, 24 (2015) 2579–2585. 

23. A. Fattah-alhosseini, S.O. Gashti, Corrosion behavior of ultra-fine grained 1050 

aluminum alloy fabricated by ARB process in a buffer borate solution, Journal of 

Materials Engineering and Performance, 24 (2015) 3386–3393. 

24. A. Fattah-alhosseini, M. Sabaghi Joni, Effect of KOH concentration on the 

microstructure and electrochemical properties of MAO- coated Mg alloy AZ31B, Journal 

of Materials Engineering and Performance, 24 (2015) 3444–3452. 

25. A. Fattah-alhosseini, S.O. Gashti, Passive behavior of ultra-fine-grained 1050 

aluminum alloy produced by accumulative roll bonding in a borate buffer solution, Acta 

Metallurgica Sinica (English Letters), 28 (2015) 1222–1229. 

26. A. Fattah-alhosseini, M. Mirshekari, Effect of film formation potential on the 

electrochemical behavior of the passive films formed on zinc in 0.01 M NaOH, 

Transactions of the Indian Institute of Metals, 68 (2015) 851–857. 

27. A. Fattah-alhosseini, S. Alizad, Electrochemical behavior and passivation of Cu–

30Zn alloy in aqueous NaOH solutions, Arabian Journal for Science and Engineering, 40 

(2015) 2993–2999. 

28. A. Fattah-alhosseini, A. Jalali, S. Felegari, Electrochemical behavior of the passive 

films formed on alloy 22 (UNS N06022) in acidic solutions, Arabian Journal for Science 

and Engineering, 40 (2015) 2985–2991. 

29. A. Fattah-alhosseini, M. Ranjbaran, S. Vajdi Vahid, An investigation on corrosion 

behaviour of A356-10 vol.% SiC composites in HCl solutions, Iranian Journal of 

Materials Science and Engineering, 12(2) (2015) 10–17. 

30. A. Fattah-alhosseini, M. Torkaman, E. Karami, Electrochemical and semiconducting 

behaviour of a brass alloy in borax solutions, Journal of Materials and Environmental 

Science, 6 (3) (2015) 885–891. 

31. A. Fattah-alhosseini, S.O. Gashti, Effect of pH on the passive behavior of 6061 Al 

alloy in borate buffer solutions, Analytical and Bioanalytical Electrochemistry, 7(1) 

(2015) 35–44. 



 7 

32. O. Imantalab, A. Fattah-alhosseini, Effect of accumulative roll bonding (ARB) 

process on the electrochemical behavior of pure copper in 0.01 M KOH solution, 

Analytical and Bioanalytical Electrochemistry, 7(2) (2015) 210–219. 

33. A. Fattah-alhosseini, N. Attarzadeh, Investigation of the electrochemical behavior of 

the anodically passive films formed on zirconium, Analytical and Bioanalytical 

Electrochemistry, 7(3) (2015) 254–263. 

34. A. Fattah-alhosseini, S. Alizad, Electrochemical behavior of the passive films 

formed on copper in aqueous KOH solutions, Analytical and Bioanalytical 

Electrochemistry, 7(4) (2015) 415–425. 

35. A. Fattah-alhosseini, H. Aghamohamadi, A. Bashiri Safa, Electrochemical behavior 

assessment of Alloy 22 (UNS N06022) in hydrochloric acid solutions by electrochemical 

impedance spectroscopy and Mott–Schottky analyses, Analytical and Bioanalytical 

Electrochemistry, 7(6) (2015) 728–738. 

36. A. Fattah-alhosseini, S. Vafaeian, Passivation behavior of a ferritic stainless steel 

inconcentrated alkaline solutions, Journal of Materials Research and Technology 

(JMRT), 4(4) (2015) 423–428. 

37. A. Fattah-alhosseini, A.H. Taheri, Effect of friction stir welding on corrosion 

behavior of pure copper in 3.5 wt.% NaCl solution, Journal of Manufacturing Processes, 

20 (2015) 98–103. 

38. O. Imantalab, A. Fattah-alhosseini, M.K. Keshavarz, Y. Mazaheri, Electrochemical 

Behavior of Pure Copper in Phosphate Buffer Solutions: A Comparison between Micro- 

and Nano-Grained Copper, Journal of Materials Engineering and Performance, 25 (2016) 

697–703. 

39. A. Fattah-alhosseini, O. Imantalab, Y. Mazaheri, M.K. Keshavarz, Microstructural 

evolution, mechanical properties, and strain hardening behavior of ultrafine grained 

commercial pure copper during the accumulative roll bonding process, Materials Science 

and Engineering: A, 650 (2016) 8–14. 

40. A. Fattah-alhosseini, S. Vafaeian, Influence of grain refinement on the 

electrochemical behavior of AISI 430 ferritic stainless steel in an alkaline solution, 

Applied Surface Science, 360 (2016) 921–928. 

41. A. Fattah-alhosseini, O. Imantalab, Passivation behavior of ultra-fine grained pure 

copper fabricated by accumulative roll bonding (ARB) process, Metallurgical and 

Materials Transactions A, 47 (2016) 572–580. 

42. S.O. Gashti, A. Fattah-alhosseini, Y. Mazaheri, M.K. Keshavarz, Effects of grain 

size and dislocation density on strain hardening behavior of ultrafine grained AA1050 

processed by accumulative roll bonding, Journal of Alloys and Compounds, 658 (2016) 

854–861. 

43. M. Sabaghi Joni, A. Fattah-alhosseini, Effect of KOH concentration on the 

electrochemical behavior of coatings formed by pulsed DC micro-arc oxidation (MAO) 

on AZ31B Mg alloy, Journal of Alloys and Compounds, 661 (2016) 237–244. 

44. A. Fattah-alhosseini, H. Asgari, Electrochemical properties of AZ80 Mg alloy in 

phosphate buffer solutions, Arabian Journal for Science and Engineering, 41(2016) 169–

175. 

45. S. Vafaeian, A. Fattah-alhosseini, Y. Mazaheri, M.K. Keshavarz, On the study of 

tensile and strain hardening behavior of a thermomechanically treated ferritic stainless 

steel, Materials Science and Engineering: A 669 (2016) 480–489. 



 8 

46. A. Fattah-alhosseini, M. Vakili-Azghandi, M.K. Keshavarz, Influence of 

concentrations of KOH and Na2SiO3 electrolytes on the electrochemical behavior of 

ceramic coatings on 6061 Al alloy processed by plasma electrolytic oxidation (PEO), 

Acta Metallurgica Sinica (English Letters), 29 (2016) 274-281. 

https://doi.org/10.1007/s40195-016-0384-3 

47. A. Fattah-alhosseini, M. Noori, The study of corrosion inhibition mechanism of one 

of the Salvia officinalis extract on carbon steel in H2S and HCl solutions, Analytical and 

Bioanalytical Electrochemistry, 8(2) (2016) 145-157. 

48. O. Imantalab, A. Fattah-alhosseini, Y. Mazaheri, M.K. Keshavarz, Strengthening 

mechanisms and electrochemical behavior of ultrafine grained commercial pure copper 

fabricated by accumulative roll bonding, Metallurgical and Materials Transactions A, 

47A (2016) 3684-3693. 

49. A. Fattah-alhosseini, M. Naseri, M.H. Alemi, Corrosion behavior assessment of 

finely dispersed and highly uniformAl/B4C/SiC hybrid composite fabricated via 

accumulative roll bondingprocess, Journal of Manufacturing Processes 22 (2016) 120–

126. 

50. A. Fattah-Alhosseini, A. Khodabandeloie, M. Bahiraee, Investigation of the 

Passivation and Semiconducting Behavior of Alloy C (UNS N10002) in HNO3 Solutions, 

Journal of Materials and Environmental Science, 7 (4) (2016) 1128-1134. 

51. A. Fattah-alhosseini, S.O. Gashti, M. K. Keshavarz, Effect of film formation 

potential on passive behavior of ultra-fine grained 1050 Al alloy fabricated via ARB 

process, Journal of Materials Engineering and Performance, 25 (2016) 1683–1689. 

52. S.O. Gashti, A. Fattah-alhosseini, Y. Mazaheri, Electrochemical Behavior of Passive 

Films Formed on the Surface of Coarse-, Fine- and Ultra-fine-Grained AA1050 Based on 

a Modified PDM, Acta Metallurgica Sinica (English Letters), 29(7) (2016) 629-637. 

53. A. Fattah-alhosseini, H. Yazdani Khan, A. Heidarpour, Comparison of anti-

corrosive properties between hot alkaline nitrate blackening and hydrothermal blackening 

routes, Journal of Alloys and Compounds 676 (2016) 474-480. 

54. S. Vafaeian, A. Fattah-alhosseini, M.K. Keshavarz, Y. Mazaheri, The Influence of 

cyclic voltammetry passivation on the electrochemical behavior of fine and coarse-

grained AISI 430 ferritic stainless steel in an alkaline solution, Journal of Alloys and 

Compounds, 677 (2016) 42-51. 

55. S.O. Gashti, A. Fattah-alhosseini, Y. Mazaheri, M.K. Keshavarz, Effect of grain 

refinement on mechanical and electrochemical properties of ultra-fine grained AA1050 

fabricated via ARB process, Journal of Manufacturing Processes, 22 (2016) 269–277. 

56. A. Bajelani, A. Fattah-alhosseini, Inhibition of API 5L Gr.B Carbon Steel Corrosion 

using Licorice Extract in CO2 Environment, Analytical and Bioanalytical 

Electrochemistry, 8(4) (2016) 409-422. 

57. A. Fattah-alhosseini, B. Hamrahi, Effect of Thyme leaves hydroalcoholic extract on 

corrosion behavior of API 5L carbon steel in 0.5 M H2SO4, Analytical and Bioanalytical 

Electrochemistry, 8(5) (2016) 535-546. 

58. A. Fattah-alhosseini, A.H. Taheri, M.K. Keshavarz, Effect of friction stir welding on 

electrochemical behavior of pure copper, Transactions of the Indian Institute of Metals, 

69(7) (2016)1423–1434 

59. A. Fattah-alhosseini, O. Imantalab, F.R. Attarzadeh, Enhancing the electrochemical 

behavior of pure copper by cyclic potentiodynamic passivation: A comparison between 

https://doi.org/10.1007/s40195-016-0384-3


 9 

coarse- and nano-grained pure copper, Metallurgical and Materials Transactions B, 47B 

(2016) 2761-2770. 

60. S.O. Gashti, A. Fattah-alhosseini, Y. Mazaheri, M.K. Keshavarz, Microstructure, 

mechanical properties and electrochemical behavior of AA1050 processed by 

accumulative roll bonding (ARB), Journal of Alloys and Compounds, 688 (2016) 44-55. 

61. P. Mohamadian Samim, A. Fattah-alhosseini, Effect of Cyclic Potentiodynamic 

Passivation on the Passive and Electrochemical Behavior of a Mild Carbon Reinforcing 

Steel in an Alkaline Media Simulating the Concrete Pore Solution, Analytical and 

Bioanalytical Electrochemistry, 8(5) (2016) 644-657. 

62. P. Mohamadian Samim, A. Fattah-alhosseini, Enhancing the Electrochemical 

Behavior of AISI 304 Stainless Steel by Cyclic Potentiodynamic Passivation (CPP) 

Method, Analytical and Bioanalytical Electrochemistry, 8(6) (2016) 717-731. 

63. F.R. Attarzadeh, N. Attarzadeh, S. Vafaeian, A. Fattah-Alhosseini, Effect of pH on 

the electrochemical behavior of Tantalum in borate buffer solutions, Journal of Materials 

Engineering and Performance, 25 (2016) 4199–4209. 

64. A. Fattah-alhosseini, O. Imantalab, F.R. Attarzadeh, Electrochemical Behavior of 

Nano-grained Pure Copper in Dilute Alkaline Solution with Chloride Ion Trace, Journal 

of Materials Engineering and Performance, 25 (2016) 4478–4483. 

65. A. Fattah-alhosseini, M. Noori, Corrosion inhibition of SAE 1018 carbon steel in 

H2S and HCl solutions by lemon verbena leaves extract, Measurement 94 (2016) 787–

793. 

66. A. Fattah-Alhosseini, M. Naseri, O. Imantalab, D. Gholami, M. Haghshenas, The 

Passive Film Characteristics of Cold Deformed Pure Copper, Journal of Materials 

Engineering and Performance, 25 (2016) 4741–4749. 

67. M. Vakili-Azghandi, A. Fattah-alhosseini, M.K. Keshavarz, Effects of Al2O3 nano-

particles on corrosion performance of plasma electrolytic oxidation coatings formed on 

6061 aluminum alloy, Journal of Materials Engineering and Performance, 25 (2016) 

5302–5313. 

68. A. Fattah-alhosseini, O, Imantalab, Effect of grain refinement on the electrochemical 

behavior of pure copper by employing Mott–Schottky analysis in conjunction with point 

defect model, Analytical and Bioanalytical Electrochemistry, 8(7) (2016) 862–874. 

69. A. Fattah-alhosseini, Passivity of AISI 321 stainless steel in 0.5 M H2SO4 solution 

studied by Mott–Schottky analysis in conjunction with the Point Defect Model, Arabian 

Journal of Chemistry, 9 (2016) S1342–S1348. 
70. A. Fattah-alhosseini, F.R. Attarzadeh, M. Vakili-Azghandi, Effect of Multi-pass 

Friction Stir Processing on the Electrochemical and Corrosion Behavior of Pure Titanium 

in Strongly Acidic Solutions, Metallurgical and Materials Transactions A, 48A (2017) 

403-411. 

71. A. Fattah-alhosseini, A.R. Ansari, Y. Mazaheri, M.K. Keshavarz, Effect of 

immersion time on the passive and electrochemical response of annealed and nano-

grained commercial pure Titanium in Ringer’s physiological solution at 37 °C, Materials 

Science and Engineering: C, 71 (2017) 771–779. 

72. A. Fattah-alhosseini, O. Imantalab, Gh. Ansari, The role of grain refinement and 

film formation potential on the electrochemical behavior of commercial pure titanium in 

Hank’s physiological solution, Materials Science and Engineering: C, 71 (2017) 827–

834. 

http://link.springer.com/10.1007/s11661-016-3854-3
http://link.springer.com/10.1007/s11661-016-3854-3
http://link.springer.com/10.1007/s11661-016-3854-3
http://link.springer.com/journal/11661


 10 

73. A. Fattah-alhosseini, A.R. Ansari, Y. Mazaheri, M. Karimi, M. Haghshenas, An 

Investigation of mechanical properties in accumulative roll bonded nano-grained pure 

titanium, Materials Science and Engineering: A, 688 (2017) 218–224. 

74. F.R. Attarzadeh, H. Elmkhah, A. Fattah-alhosseini, Comparison of the 

electrochemical behavior of Ti and nano-structured Ti coated AISI 304 stainless steel in 

strongly acidic solutions, Metallurgical and Materials Transactions B, 48B (2017) 227-

236. 

75. A. Fattah-alhosseini, M. Naseri, M.H. Alemi, Effect of particles content on 

microstructure, mechanical properties, and electrochemical behaviour of aluminum-based 

hybrid composite processed by accumulative roll bonding process, Metallurgical and 

Materials Transactions A, 48A (2017) 1343-1354. 

76. Gh. Ansari, A. Fattah-alhosseini, On the passive and semiconducting behavior of 

severely deformed pure titanium in Ringer's physiological solution at 37 °C: A trial of the 

point defect model, Materials Science and Engineering: C, 75 (2017) 64–71. 

77. A. Fattah-alhosseini, A.R. Ansari, Y. Mazaheri, M. Karimi, Electrochemical 

behavior assessment of micro- and nano-grained commercial pure titanium in H2SO4 

solutions, Journal of Materials Engineering and Performance, 26 (2017) 611–620. 

78. A. Fattah-alhosseini, F.R. Attarzadeh, S. Vafaeian, M. Haghshenas,  M.K. 

Keshavarz, Electrochemical behavior assessment of Tantalum in aqueous KOH solutions, 

International Journal of Refractory Metals and Hard Materials, 64 (2017) 168–175. 

79. S. Vafaeian, A. Fattah-alhosseini, M.K. Keshavarz, Y. Mazaheri, Simultaneous 

Investigation of the Effect of Advanced Thermomechanical Treatment and Repetitive 

Cyclic Voltammetry on the Electrochemical Behavior of AISI 430 Ferritic Stainless 

Steel, Journal of Materials Engineering and Performance, 26 (2017) 676–684. 

80. A. Fattah-alhosseini, M. Nabaee, Electrochemical behavior assessment of zircaloy-4 

in nitric acid solutions by electrochemical impedance spectroscopy and Mott–Schottky 

analyses, Analytical and Bioanalytical Electrochemistry, 9(1) (2017) 25–34. 

81. A. Fattah-alhosseini, M. Vakili-Azghandi, M. Sheikhi, M.K. Keshavarz, Passive and 

electrochemical response of friction stir processed pure Titanium, Journal of Alloys and 

Compounds, 704 (2017) 499–508. 

82. R. Khatami, A. Fattah-alhosseini, M.K. Keshavarz, Effect of grain refinement on the 

passive and electrochemical behavior of 2024 Al alloy, Journal of Alloys and 

Compounds, 708 (2017) 316–322. 

83. H. Elmkhah, A. Abdollah-zadeh, F. Mahboubi, A.R. Sabour Rouhaghdam, A. 

Fattah-alhosseini, Correlation between the duty cycle and the surface characteristics for 

the nanostructured titanium aluminum nitride coating deposited by pulsed-DC PACVD 

technique, Journal of Alloys and Compounds, 711 (2017) 530–540. 

84. A. Fattah-alhosseini, O. Imantalab, F.R. Attarzadeh, N. Attarzadeh, Facile 

Electrochemical Method to Improve Surface Features of Pure Copper in Dilute Basic 

Solutions, Journal of Materials Engineering and Performance, 26 (2017) 1634–1646. 

85. A. Fattah-alhosseini, H. Elmkhah, F.R. Attarzadeh, On the electrochemical behavior 

of PVD-Ti coated AISI 304 stainless steel in borate buffer solution, Journal of Materials 

Engineering and Performance, 26 (2017) 1792–1800. 

86. A. Fattah-alhosseini, N. Rohani, F. Khodaei, Passive and electrochemical response 

of Alloy 22 in alkaline solutions, Analytical and Bioanalytical Electrochemistry, 9(2) 

(2017) 174–186. 

http://link.springer.com/journal/11661
http://link.springer.com/journal/11661


 11 

87. A. Fattah-alhosseini, H. Yazdani Khan, Anodic oxidation of carbon steel at high 

current densities and investigation of its corrosion behavior, Metallurgical and Materials 

Transactions B, 48 (2017) 1659–1666. 

88. A. Fattah-alhosseini, M.K. Keshavarz, Y. Mazaheri, A.R. Ansari, M. Karimi, 

Strengthening mechanisms of nano-grained commercial pure titanium processed by 

accumulative roll bonding, Materials Science and Engineering: A, 693 (2017) 164–169. 

89. A. Fattah-alhosseini, M. Vakili-Azghandi, M. Haghshenas, On the passive and 

electrochemical behavior of severely deformed pure Ti through friction stir processing, 

The International Journal of Advanced Manufacturing Technology, 90 (2017) 991–

1002. 

90. D. Gholami, O. Imantalab. M. Naseri, S. Vafaeian, A. Fattah-alhosseini, Assessment 

of microstructural and electrochemical behavior of severely deformed pure copper 

through equal channel angular pressing, Journal of Alloys and Compounds 723 (2017) 

856-865. 

91. A. Fattah-alhosseini, O. Imantalab, S. Vafaeian, Gh. Ansari, Corrosion Behavior of 

Pure Copper Surrounded by Hank s Physiological Electrolyte at 310 K (37ºC) as a 

Potential Biomaterial for Contraception: An Analogy Drawn Between Micro- and Nano-

grained Copper, Journal of Materials Engineering and Performance, 26 (2017) 3739–

3749. 

92. M. Vakili-Azghandi, A. Fattah-alhosseini, Effects of Duty Cycle, Current 

Frequency, and Current Density on Corrosion Behavior of the Plasma Electrolytic 

Oxidation Coatings on 6061 Al Alloy in Artificial Seawater, Metallurgical and Materials 

Transactions A, 48 (2017) 4681–4692. https://doi.org/10.1007/s11661-017-4205-8 

93. A. Fattah-alhosseini, S. Vafaeian, A.R. Ansari, M. Khanmohammadi, Role of anodic 

passive potential on the electrochemical response of pure Tantalum in 0.1 M H2SO4 

solution, Analytical and Bioanalytical Electrochemistry, 9 (2017) 660–672. 

94. A. Fattah-alhosseini, S. Sharifi, Electrochemical behavior assessment of pure 

Tantalum in Ringer’s physiological solution, Analytical and Bioanalytical 

Electrochemistry, 9 (2017) 862–873. 

95. M. Sheikhi, M. Valaee, G.R. Usefifar, A. Fattah-alhosseini, Thermal modeling of 

the resistance spot welding and the prediction of weld microstructure, Metallurgical and 

Materials Transactions A, 48 (2017) 5415–5423. 

96. R. Khatami, A. Fattah-alhosseini, Y. Mazaheri. M.K. Keshavarz, M. Haghshenas, 

Microstructural evolution and mechanical properties of ultrafine grained AA2024 

processed by accumulative roll bonding, The International Journal of Advanced 

Manufacturing Technology, 93 (2017) 681–689. 

97. H. Elmkhah, F.R. Attarzadeh, A. Fattah-alhosseini, K.H. Kim, Microstructural and 

electrochemical comparison between TiN coatings deposited through HIPIMS and 

DCMS Techniques, Journal of Alloys and Compounds, 735 (2018) 422–429. 

98. M. Molaei, A. Fattah-alhosseini, S.O. Gashti, Effects of sodium aluminate 

concentration on microstructure and corrosion behavior of the plasma electrolytic 

oxidation coatings (PEO) on pure titanium, Metallurgical and Materials Transactions A, 

49A (2018) 368–375. 

99. A. Fattah-alhosseini, M. Naseri, S.O. Gasht, S. Vafaeian, M.K. Keshavarz, Effect of 

Anodic Potential on the Electrochemical Response of Passive Layers Formed on the 

http://link.springer.com/journal/11661
http://link.springer.com/journal/11661
http://link.springer.com/10.1007/s00170-016-9420-8
http://link.springer.com/10.1007/s00170-016-9420-8
http://link.springer.com/journal/170
http://link.springer.com/journal/11661
http://link.springer.com/journal/11661
https://doi.org/10.1007/s11661-017-4205-8
http://link.springer.com/journal/11661
http://link.springer.com/journal/11661
http://link.springer.com/journal/170
http://link.springer.com/journal/170
http://link.springer.com/journal/11661


 12 

Surface of Coarse- and Fine-Grained Pure Nickel in Borate Buffer Solutions, Corrosion 

Science, 131 (2018) 81–93. 

100. A. Fattah-alhosseini, M. Pourmahmoud, Passive and Semiconducting Properties 

Assessment of Commercially Pure Tantalum in Hankʼs Physiological Solution, Journal of 

Materials Engineering and Performance, 27 (2018) 116–123. 

101. A. Fattah-alhosseini, H. Elmkhah, Gh. Ansari, F.R. Attarzadeh, Omid Imantalab, A 

comparison of electrochemical behavior of coated nanostructured Ta on Ti substrate with 

pure uncoated Ta in Ringer's physiological solution, Journal of Alloys and Compounds, 

739 (2018) 918–925. 

102. M. Roknian, A. Fattah-alhosseini, S.O. Gasht, M.K. Keshavarz, Study of the effect 

of ZnO nanoparticles addition to PEO coatings on pure titanium substrate: 

microstructural analysis, antibacterial effect and corrosion behavior of coatings in 

Ringer’s physiological solution, Journal of Alloys and Compounds, 740 (2018) 330–345. 

103. A. Fattah-alhosseini, S.O. Gasht, M. Molaie, Effects of disodium phosphate 

concentration (Na2HPO4.2H2O) on microstructure and corrosion resistance of plasma 

electrolytic oxidation (PEO) coatings on 2024 Al alloy, Journal of Materials Engineering 

and Performance, 27 (2018) 825–834. 

104. F. Qods, S. Maryanaji, A. Fattah-alhosseini, The role of grain refinement in micro-

scales on passive and semiconducting properties of 304 stainless steel in an acidic 

solution, Analytical and Bioanalytical Electrochemistry, 10 (2018) 161–174. 

105. M. Roknian, A. Fattah-alhosseini, S.O. Gasht, Plasma Electrolytic Oxidation 

Coatings on Pure Ti Substrate: effects of Na3PO4 concentration on morphology and 

corrosion behavior of coatings in Ringer’s physiological solution, Journal of Materials 

Engineering and Performance, 27 (2018) 1343–1351. 

106. M. Vakili-Azghandi, A. Fattah-alhosseini, M.K. Keshavarz, Optimizing the 

electrolyte chemistry parameters of PEO coating on 6061 Al alloy by corrosion rate 

measurement: Response surface methodology, Measurement, 124 (2018) 252–259. 

https://doi.org/10.1016/j.measurement.2018.04.038 

107. A. Fattah-alhosseini, S. Tofangsaz, Passive and semiconducting properties 

assessment of passive oxide films forming on Ti–6Al–4V titanium alloy in Ringer’s 

physiological solution at 37 °C: Role of immersion time and anodic passive potential, 

Analytical and Bioanalytical Electrochemistry, 10 (2018) 414–428. 

108. A. Fattah-alhosseini, H. Asgari, Electrochemical behavior assessment of as-cast 

Mg–Y–RE–Zr alloy in phosphate buffer solutions (X Na3PO4 + Y Na2HPO4) 

using electrochemical impedance spectroscopy and Mott–Schottky techniques, Journal of 

Materials Engineering and Performance, 27 (2018) 3248–3254 

109. M.K. Keshavarz, A. Fattah-alhosseini, Effect of immersion time on corrosion 

behavior of single-phase alloy and nanocomposite bismuth telluride-based 

thermoelectrics in NaCl solution, Journal of Materials Engineering and Performance, 27 

(2018) 3386–3393. 

110. A. Fattah-alhosseini, M. Naseri, S.O. Gashti, S. Vafaeian, M.K. Keshavarz, A 

Study on Passive and Electrochemical Response of Pure Nickel in Borate Buffer 

Solutions: Effect of Cold Deformation, Journal of Materials Engineering and 

Performance, 27 (2018) 3401–3410. 

111. M. Naseri, D. Gholami, O. Imantalab, F.R. Attarzadeh, A. Fattah-Alhosseini, 

Effect of grain refinement on mechanical and electrochemical properties of severely 

https://doi.org/10.1016/j.measurement.2018.04.038
https://www.linkedin.com/comm/profile/view?id=AAsAABBv65UB7nwHBxOpyl1ycQHVbfhj6OHnKVI&midToken=AQHmMwiZiyxTTw&trk=eml-email_pymk_01-pymk-18-prof%7Ename&trkEmail=eml-email_pymk_01-pymk-18-prof%7Ename-null-632uk7%7Eiu63rr22%7Em7
http://www.sciencedirect.com/science/article/pii/S0013468617315980
http://www.sciencedirect.com/science/article/pii/S0013468617315980
http://www.sciencedirect.com/science/article/pii/S0013468617315980


 13 

deformed pure copper through equal channel angular pressing, Materials Research 

Express, 5 (2018) 076504. 

112. A. Ebrahimi, H. Esfahani, A. Fattah-alhosseini, O. Imantalab, In-vitro 

Electrochemical Study of TiB/TiB2 Composite Coating on Titanium in Ringer's Solution, 

Journal of Alloys and Compounds, 765 (2018) 826–834. 

113. A. Fattah-alhosseini, M.K. Keshavarz, M. Molaei, S.O. Gashti, Plasma Electrolytic  

Oxidation (PEO) Process on Commercially Pure Ti Surface: Effects of Electrolyte on the 

Microstructure and Corrosion Behavior of Coatings, Metallurgical and Materials 

Transactions A, Metallurgical and Materials Transactions A, 49A (2018) 4966-4979. 

114. A. Fattah-alhosseini, Gh. Ansari, O. Imantalab, The role of nano-scale grain 

refinement on the vacancy diffusion coefficient in the passive layer of pure copper in 0.1 

M KOH electrolyte, Analytical and Bioanalytical Electrochemistry, 10 (2018) 805–814. 
115. A. Keyvani, M. Zamani, A. Fattah-Alhosseini, S.H. Nourbakhsh, M. Bahamirian, 

Microstructure and corrosion resistance of MAO coatings on AZ31 magnesium, 

Materials Research Express, 5 (2018) 086510. 

116. A. Fattah-alhosseini, H. Elmkhah, K. Babaei, O. Imantalab, H.R. Ghomi, M.K. 

Keshavarz, An investigation regarding semiconducting and passive behaviors of coarse- 

and nano-structured pure Ta in Ringer's physiological electrolyte: Role of anodic passive 

potential, Materials Research Express, 5 (2018) 106401. 

117. Z. Masoomi Loghman, A. Fattah-alhosseini, S.O. Gashti, Study of Sodium 

Aluminate Concentration Influence on the Corrosion Behavior of Plasma Electrolytic 

Oxidation (PEO) Coatings on 6061 Al Alloy, Analytical and Bioanalytical 

Electrochemistry, 10 (2018) 1274–1258. 

118. A. Khodabandeloie, A. Fattah-alhosseini, Effect of potassium fluoride (KF) 

additive on morphology and corrosion behavior of plasma electrolytic oxidation films 

formed on 5052 aluminum alloy, Analytical and Bioanalytical Electrochemistry, 12 

(2018) 1574–1586. 

119. A. Fattah-alhosseini, S. Taheri Shojae, Immersion time and passive potential role 

on the passive and electrochemical response of tantalum in 0.1 M HNO3 solution, 

Materials Research Express, 5 (2018) 116512. 

120. A. Fattah-alhosseini, M. Roknian, K. Babaei, Semiconducting properties 

assessment of passive oxide films forming on pure tungsten in 1.0 M H3PO4 solution, 

Materials Research Express, 5 (2018) 116514. 

121. A. Fattah-alhosseini, M. Naseri, D. Gholami, O. Imantalab, F.R. Attarzadeh, M.K. 

Keshavarz, Microstructure and corrosion characterization of the nugget region in 

dissimilar friction stir welded AA5083 to AA1050, Journal of Materials Science, 54 

(2019) 777-790. 
122. R. Chaharmahali, M. Shadabi, K. Babaei, S.O. Gashti, A. Fattah-alhosseini, Effect 

of sodium phosphate concentration on corrosion behavior of the coatings produced by 

plasma electrolytic oxidation (PEO) on AZ31B Mg alloy in body simulative fluid, 

Analytical and Bioanalytical Electrochemistry, 11 (2019) 38–48. 

123. B. Feizi Mohazzab, B. Jaleh, O. Kakuee, A. Fattah-alhosseini, Formation of 

titanium carbide on the titanium surface using laser ablation in n-heptane and 

investigating its corrosion resistance, Applied Surface Science 478 (2019) 623–635. 

http://link.springer.com/journal/11661
https://www.sciencedirect.com/science/article/pii/S0925838809001649
https://www.sciencedirect.com/science/article/pii/S0925838809001649
https://www.sciencedirect.com/science/article/pii/S0925838809001649


 14 

124. M. Alzamani, K. Jafarzadeh, A. Fattah-alhosseini, Corrosion behavior of Ce-doped 

Ni-10Cu-11Fe-6Al (wt%) inert anode in molten CaCl2 salt, Journal of Rare Earths, 37 

(2019) 218-224. 

125. M. Alzamani, K. Jafarzadeh, A. Fattah-alhosseini, EIS study of oxidation heat-

treatment effects on corrosion behavior of Ni10Cu11Fe6Al metallic inert anode inside 

molten calcium chloride salt, Materials and Corrosion, 70 (2019) 605-611. 

126. A. Ebrahimi, H. Esfahani, A. Fattah-alhosseini, O. Imantalab, Electrochemical 

properties of commercial pure Ti with TiB/TiB2 coatings in Hank's balanced salt solution, 

Journal of Materials Engineering and Performance, 28 (2019) 1456-1468. 

127. Z. Andalibi Fazel, H. Elmkhah, M. Nouri, A. Fattah-alhosseini, Effect of 

compound layer on the corrosion behavior of plasma nitrided AISI H13 tool steel, 

Materials Research Express, 6 (2019) 056412. 

128. N. Sahib Mansoor, A. Fattah-alhosseini, A. Shishehian, H. Elmkhah, Tribological 

properties of different types of coating materials deposited by cathodic arc-evaporation 

method on Ni-Cr dental alloy, Materials Research Express, 6 (2019) 056421. 

129. N. Sahib Mansoor, A. Fattah-alhosseini, A. Shishehian, H. Elmkhah, Corrosion 

Behavior of Single and Multilayer Coatings Deposited on Ni-Cr Dental Alloy by CAE-

PVD Technique in Artificial Saliva, Analytical and Bioanalytical Electrochemistry, 11 

(2019) 304–320. 

130. M. Molaie, A. Fattah-alhosseini, M.K. Keshavarz, Investigation of Microstructure 

and Corrosion Behavior of Plasma Electrolytic Oxidation Coatings on Commercial Pure 

Ti Prepared in Aluminate-based Electrolytes with Different Sodium-Based Additives, 

Journal of Asian Ceramic Societies, 7 (2019) 247–255. 

131. M. Sabaghi Joni, A. Fattah-alhosseini, M. Javidi Effects of solution temperature 

and immersion time on the semiconducting behaviors of passive films formed on AZ31B 

alloy, Analytical and Bioanalytical Electrochemistry, 11 (2019) 448–459. 

132. R. Chaharmahali, K. Babaei, A. Fattah-alhosseini, Corrosion Behavior of Calcium-

Phosphorus Coatings on AZ31B Mg Alloy by Plasma Electrolytic Oxidation in Hank's 

Balanced Salt Solution, Analytical and Bioanalytical Electrochemistry, 11 (2019) 703–

714. 

133. Z. Masoomi Loghman, A. Fattah-alhosseini, S.O. Gashti, Corrosion Behavior of 

PEO Coatings on 6061 Al Alloy: Effect of Sodium Fluoride Addition to Aluminate based 

Electrolyte, Analytical and Bioanalytical Electrochemistry, 11 (2019) 1020–1031. 

134. S, Taheri Shojae, K, Babaei, A, Fattah-alhosseini, The role of Immersion Time on 

the Pure Molybdenum Electrochemical and Passive Response in 0.1 M NaCl Solution, 

Analytical and Bioanalytical Electrochemistry, 11 (2019) 1217–1227. 

135. K. Jokar, H. Elmkhah, A. Fattah-alhosseini, K. Babaei, A. Zolriasatein, 

Comparison of the wear and corrosion behavior between CrN and AlCrN coatings 

deposited by Arc-PVD method, Materials Research Express, 6 (2019) 116426. 

https://doi.org/10.1088/2053-1591/ab4645 

136. M. Nabiee, A. Fattah-alhosseini, A.-H. Mahmoudi, Shot peening effects on 

corrosion behavior of commercial pure titanium in body simulating solution, Materials 

Research Express, 6 (2019) 116556. 

137. A. Fattah-alhosseini, M. Naseri, K. Babaei, A review on the passive behavior of 

ultrafine–grained aluminum, copper, and titanium made using accumulative roll bonding 

process, Analytical and Bioanalytical Electrochemistry, 11 (2019) 1353–1382. 

https://doi.org/10.1088/2053-1591/ab4645


 15 

138. A. Fattah-alhosseini, K. Babaei, The influence of grain refinement on the 

semiconducting properties of passive films formed on ferritic stainless steels: A review, 

Analytical and Bioanalytical Electrochemistry, 11 (2019) 1747–1769. 

139. P. Mohamadian Samim, A. Fattah-alhosseini, H. Elmkhah, O. Imantalab, A study 

on the corrosion resistance of ZrN/CrN multilayer nanostructured coating applied on 

AISI 304 stainless steel using Arc-PVD method in 3.5 wt% NaCl solution, Materials 

Research Express, 6 (2019) 126426. 

140. N. Sahib Mansoor, A. Fattah-alhosseini, H. Elmkaha, A. Shishehian, Comparison 

of the mechanical properties and electrochemical behavior of TiN and CrN single-layer 

and CrN/TiN multi-layer coatings deposited by PVD method on a dental alloy, Materials 

Research Express, 6 (2019) 126433. 

141. A. Fattah-alhosseini, M.K. Keshavarz, F.R. Attarzadeh, A study on the 

electrochemical responses of p-type bismuth telluride based thermoelectric materials in a 

0.1M NaCl solution: Comparing a nanocomposite with dispersed MoS2 nanoparticles and 

a single-phase alloy, Journal of Alloys and Compounds, 815 (2020) 152371. 

142. M.K. Keshavarz, A. Fattah-alhosseini, Electrochemical response of n-type bismuth 

telluride based thermoelectric materials in NaCl solutions: A comparison between a 

single-phase alloy and a nanocomposite containing MoS2 nano-particles, Arabian Journal 

of Chemistry, 13 (2020) 1858-1865. 

143. A. Fattah-alhosseini, K. Babaei, M. Molaei, Plasma electrolytic oxidation (PEO) 

treatment of Zinc and its alloys: A review, Surfaces and Interfaces 18 (2020) 100441. 

https://doi.org/10.1016/j.surfin.2020.100441 

144. E. Nikoomanzari, A. Fattah-alhosseini, M.R. Pajohi Alamoti, M.K. Keshavarz, 

Effect of ZrO2 nanoparticles addition to PEO coatings on Ti-6Al-4V substrate: 

microstructural analysis, corrosion behavior and antibacterial effect of coatings in Hank’s 

physiological solution, Ceramics International, 46 (2020) 13114-13124. 

145. R. Chaharmahali, A. Fattah-Alhosseini, H. Esfahani, Increasing the in-vitro 

corrosion resistance of AZ31B-Mg alloy via coating with hydroxyapatite using plasma 

electrolytic oxidation, Journal of Asian Ceramic Societies, 8 (2020) 39-49. 

146. H. Elmkhah, A. Fattah-alhosseini, K. Babaei, A. Abdollah-zadeh, F. Mahboubi, 

Correlation between the Al content and corrosion resistance of TiAlN coatings applied 

using a PACVD technique, Journal of Asian Ceramic Societies, 8 (2020) 72-80. 

147. A. Fattah-alhosseini, O. Imantalab, K. Babaei, Effect of grain refinement on the 

semiconducting behaviors of passive films formed on pure copper: A review, Analytical 

and Bioanalytical Electrochemistry, 12 (2020) 107-127. 

148. A. Fattah-alhosseini, K. Babaei, A review on the semiconducting behavior of 

passive films formed on Mg alloys by Mott–Schottky analysis, Analytical and 

Bioanalytical Electrochemistry, 12 (2020) 301-3127. 

149. A. Fattah-alhosseini, M. Molaei, K. Babaei, Influence of Electrolyte Composition 

and Voltage on the Microstructure and Growth Mechanism of Plasma Electrolytic 

Oxidation (PEO) Coatings on Tantalum: A Review, Analytical and Bioanalytical 

Electrochemistry, 12 (2020) 517-535. 

150. A. Ebrahimi, H. Esfahani, O. Imantalab, A. Fattah-alhosseini, Biological, 

antibacterial activities and electrochemical behavior of borided commercially pure 

titanium in BSA-containing PBS, Transactions of Nonferrous Metals Society of China, 

30 (2020) 944-957. 

https://doi.org/10.1016/j.surfin.2020.100441


 16 

151. P. Mohamadian Samim, A. Fattah-alhosseini, H. Elmkhah, O. Imantalab, Structure 

and corrosion behavior of ZrN/CrN nano-multilayer coating deposited on AISI 304 

stainless steel by CAE-PVD technique, Journal of Asian Ceramic Societies, 8 (2020) 

460-469. 

152. Z. Andalibi Fazel, H. Elmkhah, A. Fattah-alhosseini, K. Babaei, M. Meghdari, 

Comparing electrochemical behavior of applied CrN/TiN nanoscale multilayer and TiN 

nanostructured single-layer coatings deposited by CAE-PVD method, Journal of Asian 

Ceramic Societies, 8 (2020) 510-518. 

153. N. Sahib Mansoor, A. Fattah-alhosseini, H. Elmkhah, A. Shishehian, 

Electrochemical behavior of TiN, CrN and TiN/CrN nanostructured coatings on the 

nickel-chromium alloy used in dental fixed prosthesis, Journal of Asian Ceramic 

Societies, 8 (2020) 694-710. 

154. Sh. Zaheri, A. Fattah-alhosseini, H. Elmkhah, K. Babaei, O. Imantalab, Corrosion 

Behavior of Ti/TiN Multilayer Nanostructured Coatings Applied on AISI 316L by Arc-

PVD Method in the Simulated Body Fluid, Analytical and Bioanalytical 

Electrochemistry, 12 (2020) 904–921. 

155. E. Nikoomanzari, K. Babaei, A. Fattah-alhosseini, Effect of Procedure Time on 

Microstructure and Corrosion Behavior of ZrTiO4/ZrO2 Nanocomposite Coatings by 

Plasma Electrolytic Oxidation (PEO) Applied on the Ti-6Al-4V Substrate, Analytical and 

Bioanalytical Electrochemistry, 12 (2020) 747–756. 

156. A. Fattah-alhosseini, N. Attarzadeh, M. Molaei, K. Babaei, F.R. Attarzadeh, On the 

enhanced antibacterial activity of plasma electrolytic oxidation (PEO) coatings that 

incorporate particles: A Review, Ceramics International, 46 (2020) 20587–20607. 

https://doi.org/10.1016/j.ceramint.2020.05.206 

157. A. Fattah-alhosseini, R. Chaharmahali, K. Babaei, Effect of particles addition to 

solution of plasma electrolytic oxidation (PEO) on the properties of PEO coatings formed 

on magnesium and its alloys: A review, Journal of Magnesium and Alloys 8 (2020) 799–

818. https://doi.org/10.1016/j.jma.2020.05.001 

158. B. Feizi Mohazzab, B. Jaleh, A. Fattah-alhosseini, F. Mahmoudi, A. Momeni, 

Laser surface treatment of pure titanium: Microstructural analysis, wear properties, and 

corrosion behavior of titanium carbide coatings in Hank's physiological solution, 

Surfaces and Interfaces, 20 (2020) 100597. 

159. A. Fattah-alhosseini, M. Molaei, K. Babaei, The effects of nano- and micro-

particles on properties of plasma electrolytic oxidation (PEO) coatings applied on 

titanium substrates: A review, Surfaces and Interfaces 21 (2020) 100659. 

https://doi.org/10.1016/j.surfin.2020.100659 

160. K. Babaei, A. Fattah-alhosseini, M. Molaei, The Effects of Carbon-Based 

Additives on Corrosion and Wear Properties of Plasma Electrolytic Oxidation (PEO) 

Coatings Applied on Aluminum and its Alloys: A review, Surfaces and Interfaces 21 

(2020) 100677. https://doi.org/10.1016/j.surfin.2020.100677 

161. K. Babaei, A. Fattah-alhosseini, H. Elmkhah, H. Ghomi, Surface characterization 

and electrochemical properties of tantalum nitride (TaN) nanostructured coatings 

produced by reactive DC magnetron sputtering, Surfaces and Interfaces 21 (2020) 

100685. 

https://doi.org/10.1016/j.ceramint.2020.05.206
https://doi.org/10.1016/j.jma.2020.05.001
https://doi.org/10.1016/j.surfin.2020.100659
https://doi.org/10.1016/j.surfin.2020.100677


 17 

162. K. Babaei, A. Fattah-alhosseini, R. Chaharmahali, A review on plasma electrolytic 

oxidation (PEO) of niobium: Mechanism, properties and applications, Surfaces and 

Interfaces 21 (2020) 100719. https://doi.org/10.1016/j.surfin.2020.100719. 

163. P. Mohamadian Samim, A. Fattah-alhosseini, H. Elmkhah, O. Imantalab, M. Nouri, 

A study on comparing surface characterization and electrochemical properties of single-

layer CrN coating with nanostructured multilayer ZrN/CrN coating in 3.5 wt.% NaCl 

solution, Surfaces and Interfaces 21 (2020) 100721. 

https://doi.org/10.1016/j.surfin.2020.100721. 

164. A. Keyvani, M. Zamani, M. Bahamirian, E. Nikoomanzari, A. Fattah-alhosseini, H. 

Sina, Role of incorporation of ZnO nanoparticles on corrosion behavior of ceramic 

coatings developed on AZ31 Magnesium alloy by plasma electrolytic oxidation 

technique, Surfaces and Interfaces 22 (2021) 100728. 

https://doi.org/10.1016/j.surfin.2020.100728. 

165. M. Molaei, M. Nouri, K. Babaei, A. Fattah-Alhosseini, Improving Surface Features 

of PEO Coatings on Titanium and Titanium Alloys with Zirconia Particles: A Review, 

Surfaces and Interfaces 22 (2021) 100888. https://doi.org/10.1016/j.surfin.2020.100888. 

166. N. Sahib Mansoor, A. Fattah-alhosseini, H. Elmkhah, A. Shishehian, Assessment 

of Ion Release for Ni-Cr Dental Alloy with Monolithic and Multilayer Coatings in 

Different pH Level, Surfaces and Interfaces 22 (2021) 100904. 

https://doi.org/10.1016/j.surfin.2020.100904. 

167. R. Chaharmahali, A. Fattah-alhosseini, K. Babaei, Surface characterization and 

corrosion behavior of calcium phosphate (Ca-P) base composite layer on Mg and its 

alloys using plasma electrolytic oxidation (PEO): A review, Journal of Magnesium and 

Alloys 9 (2021) 21-40. https://doi.org/10.1016/j.jma.2020.07.004. 

168. N. Attarzadeh, M. Molaei, K. Babaei, A. Fattah-alhosseini, New Promising 

Ceramic Coatings for Corrosion and Wear Protection of Steels: A Review, Surfaces and 

Interfaces 23 (2021) 100997. https://doi.org/10.1016/j.surfin.2021.100997. 

169. E. Lotfi-khojasteh , M. Sahebazamani , H. Elmkhah , M. Nouri  ,  O. Imantalab, A. 

Fattah-alhosseini, A study of the electrochemical and tribological properties of TiN/CrN 

nanolayer coating deposited on carburized-H13 hot-work steel by Arc-PVD technique, 

Journal of Asian Ceramic Societies, 9 (2021) 247–259. 

https://doi.org/10.1080/21870764.2020.1863577. 

170. A. Keyvani, M. Naseri, O. Imantalab, D. Gholami, K. Babaei, A. Fattah-alhosseini, 

Microstructural characterization and electrochemical behavior of nano/ ultrafine grained 

pure copper through constrained groove pressing (CGP), Journal of Materials Research 

and Technology 11 (2021) 1918-1931. https://doi.org/10.1016/j.jmrt.2021.02.039 

171. A. Fattah-alhosseini, R. Chaharmahali, Enhancing Corrosion and Wear 

Performance of PEO Coatings on Mg Alloys using Graphene and Graphene Oxide 

Additions: A Review, FlatChem 27 (2021) 100241. 

https://doi.org/10.1016/j.flatc.2021.100241 

172. M. Molaei, N. Attarzadeh, A. Fattah-alhosseini, Tailoring the Biological Response 

of Zirconium Implants Using Zirconia Bioceramic Coatings: A Systematic Review,  

Journal of Trace Elements in Medicine and Biology 66 (2021) 126756. 

https://doi.org/10.1016/j.jtemb.2021.126756 

173. M. Molaei, A. Fattah-alhosseini, K. Babaei, Improving the wear resistance of 

plasma electrolytic oxidation (PEO) coatings applied on Mg and its alloys under the 

https://doi.org/10.1016/j.surfin.2020.100719
https://doi.org/10.1016/j.surfin.2020.100721
https://doi.org/10.1016/j.surfin.2020.100728
https://doi.org/10.1016/j.surfin.2020.100888
https://doi.org/10.1016/j.surfin.2020.100904
https://doi.org/10.1016/j.jma.2020.07.004
https://doi.org/10.1016/j.surfin.2021.100997
https://doi.org/10.1080/21870764.2020.1863577
https://doi.org/10.1016/j.jmrt.2021.02.039
https://doi.org/10.1016/j.flatc.2021.100241
https://doi.org/10.1016/j.jtemb.2021.126756


 18 

addition of nano- and micro-sized additives into the electrolytes: A review, Journal of 

Magnesium and Alloys 9 (2021) 1164–1186. https://doi.org/10.1016/j.jma.2020.11.016. 

174. K. Babaei, A. Fattah-alhosseini, H. Elmkhah, O. Imantalab, H. Ghomi, Studying 

the In-vitro Corrosion Response of Nanostructured TaN Coatings in Hank’s 

Physiological Solution, International Journal of Applied Ceramic Technology, 18 (2021) 

1269-1280. https://doi.org/10.1111/ijac.13756 

175. M. Alzamani1, K. Jafarzadeh, A. Fattah-alhosseini, Improving high-temperature 

corrosion resistance in CaCl2 molten salt for nickel-base inert anode by doping 

lanthanum, Journal of Alloys and Compounds 876 (2021) 159997. 

https://doi.org/10.1016/j.jallcom.2021.159997 

176. N. Attarzadeh, A. Kazemi, M. Molaei, A. Fattah-alhosseini, Multipurpose surface 

modification of PEO coatings using tricalcium phosphate addition to improve the 

bedding for apatite compounds, Journal of Alloys and Compounds 877 (2021) 160275. 

https://doi.org/10.1016/j.jallcom.2021.160275 

177. A. Fattah-alhosseini, R. Chaharmahali, M.K. Keshavarz, K. Babaei, Surface 

characterization of bioceramic coatings on Zr and its alloys using plasma electrolytic 

oxidation (PEO): A review, Surfaces and Interfaces 25 (2021) 101283. 

https://doi.org/10.1016/j.surfin.2021.101283 

178. R. Chaharmahali, A. Fattah-alhosseini, K. Babaei, Improving surface 

characteristics of PEO coatings of Mg and its alloys with zirconia nanoparticles: a 

review, Applied Surface Science Advances 5 (2021) 100131. 

https://doi.org/10.1016/j.apsadv.2021.100131 

179. A. Fattah-alhosseini, M. Molaei, M. Nouri, K. Babaei, Review of the role of 

graphene and its derivatives in enhancing the performance of plasma electrolytic 

oxidation coatings on titanium and its alloys, Applied Surface Science Advances 6 (2021) 

100140. https://doi.org/10.1016/j.apsadv.2021.100140 

180. P. Mohamadian Samim, A. Fattah-alhosseini, H. Elmkhah, O. Imantalab, 

Nanoscale architecture of ZrN/CrN coatings: Microstructure, composition, mechanical 

properties and electrochemical behavior, Journal of Materials Research and Technology 

15 (2021) 542-560. https://doi.org/10.1016/j.jmrt.2021.08.018 

181. M. Mirzaei, A. Fattah-alhosseini, H. Elmkhah, K. Babaei, Effect of Bias Voltage 

on Corrosion Behavior of Nanostructured TiN Coatings Deposited on Ti-6Al-4V Alloy 

by CAE-PVD Technique, Analytical and Bioanalytical Electrochemistry, 13 (2021) 67-

79. 

182. M. Seyfi, A. Fattah-alhosseini, M. Pajohi-Alamoti, E. Nikoomanzari, Effect of 

ZnO nanoparticles addition to PEO coatings on AZ31B Mg alloy: antibacterial effect and 

corrosion behavior of coatings in Ringer’s physiological solution, Journal of Asian 

Ceramic Societies, 9 (2021) 1114–1127. https://doi.org/10.1080/21870764.2021.1940728 

183. M. Yadi, H. Esfahani, A. Nourian, S. Hamoon Navard, A. Fattah-alhosseini, 

Surface modification of CP-Ti by calcium-phosphate via an integrated electrospinning 

and rapid heating and cooling (EMRHC) process: Essential in-vitro studies for bone 

regeneration, Surfaces and Interfaces 27 (2021) 101480. 

https://doi.org/10.1016/j.surfin.2021.101480 

184. Y. Vengesa, A. Fattah-alhosseini , H. Elmkhah, O. Imantalab, Effects of the Post-

Deposition Annealing Treatment on the Electrochemical Behavior of TiN Coatings 

https://doi.org/10.1016/j.jma.2020.11.016
https://doi.org/10.1111/ijac.13756
https://doi.org/10.1016/j.jallcom.2021.159997
https://doi.org/10.1016/j.jallcom.2021.160275
https://doi.org/10.1016/j.surfin.2021.101283
https://doi.org/10.1016/j.apsadv.2021.100131
https://doi.org/10.1016/j.apsadv.2021.100140
https://doi.org/10.1016/j.jmrt.2021.08.018
https://doi.org/10.1080/21870764.2021.1940728
https://doi.org/10.1016/j.surfin.2021.101480


 19 

Deposited by CAE-PVD Method, Iranian Journal of Materials Science and Engineering, 

18 (2021) 1-12, DOI: 10.22068/ijmse.2384 

185. B. Hamrahi, A. Fattah‑alhosseini, S.O. Gashti, A. Khanlarkhani, S.M. Madani, 

Green Corrosion Inhibitor of the Matricaria Chamomilla Oil to Protect Steel in the Acidic 

H2S‑Containing Solution, Journal of Bio- and Tribo-Corrosion 7 (2021) 137. 

https://doi.org/10.1007/s40735-021-00571-y 

186. B. Hamrahi, A. Khanlarkhani, S.M. Madani, A. Fattah-alhosseini, S.O. Gashti, 

Evaluation of Henna extract performance on corrosion inhibition of API 5L steel in H2S-

containing medium and DFT Quantum Computing of its constituents, Metals and 

Materials International, 27 (2021) 4463–4476, https://doi.org/10.1007/s12540-020-

00736-3. 

187. R. Chaharmahali, A. Fattah-alhosseini, H. Esfahani, Plasma electrolyte oxidation 

of hydroxyapatite-containing coating on AZ31B Mg alloy: Effects of current density and 

duty cycle, Journal of Ultrafine Grained and Nanostructured Materials (JUFGNSM), 54 

(2021) 149–162, DOI: 10.22059/jufgnsm.2021.02.04 

188. F. Hafili, R. Chaharmahali, K. Babaei, A. Fattah-alhosseini, Study of duty cycle 

influence on the corrosion behavior of coatings created by plasma electrolytic oxidation 

on AZ31B magnesium alloy in simulated body fluid, Corrosion Communications, 3 

(2021) 62-70. https://doi.org/10.1016/j.corcom.2021.09.005 

189. Y. Vengesa, A. Fattah-alhosseini, H. Elmkhah, O. Imantalab, Influence of post-

deposition annealing temperature on morphological, mechanical and electrochemical 

properties of CrN/CrAlN multilayer coating deposited by cathodic arc evaporation- 

physical vapor deposition process, Surface & Coatings Technology 432 (2022) 128090, 

https://doi.org/10.1016/j.surfcoat.2022.128090 

190. M. Molaei, A. Fattah-alhosseini, M. Nouri, A. Nourian, Systematic optimization of 

corrosion, bioactivity, and biocompatibility behaviors of calcium-phosphate plasma 

electrolytic oxidation (PEO) coatings on titanium substrates, Ceramics International 48 

(2022) 6322-6337, https://doi.org/10.1016/j.ceramint.2021.11.175 

191. A. Fattah-alhosseini, M. Molaei, M. Nouri, K. Babaei, Antibacterial activity of 

bioceramic coatings on Mg and its alloys created by plasma electrolytic oxidation (PEO): 

A review, Journal of Magnesium and Alloys 10 (2022) 81–96. 

https://doi.org/10.1016/j.jma.2021.05.020 

192. E. Nikoomanzari, M. Karbasi, W. C.M.A. Melo, H. Moris, K. Babaei, S. Giannakis, 

A. Fattah-alhosseini, Impressive strides in Ti-based implants performance amelioration 

via Plasma Electrolytic Oxidation (PEO): A review of the recent advancements, 

Chemical Engineering Journal, 441 (2022) 136003. 

https://doi.org/10.1016/j.cej.2022.136003 

193. P. Mohamadian Samim, A. Fattah-alhosseini, H. Elmkhah, O. Imantalab, 

Tribological and electrochemical behavior of CrN/ZrN multilayer coatings produced by 

Arc-PVD, Iranian Journal of Materials Science and Engineering, 19 (2022) 1-14. 

10.22068/ijmse.2482 

194. M. Molaei, A. Fattah-alhosseini, M. Nouri, P. Mahmoodi, A. Nourian, 

Incorporating TiO2 nanoparticles to enhance corrosion resistance, cytocompatibility, and 

antibacterial properties of PEO ceramic coatings on titanium, Ceramics International 

(2022) https://doi.org/10.1016/j.ceramint.2022.04.096 

https://doi.org/10.1007/s40735-021-00571-y
https://doi.org/10.1007/s12540-020-00736-3
https://doi.org/10.1007/s12540-020-00736-3
https://doi.org/10.1016/j.corcom.2021.09.005
https://doi.org/10.1016/j.surfcoat.2022.128090
https://doi.org/10.1016/j.ceramint.2021.11.175
https://doi.org/10.1016/j.jma.2021.05.020
https://doi.org/10.1016/j.cej.2022.136003
https://doi.org/10.1016/j.ceramint.2022.04.096


 20 

195. M. Molaei, A. Fattah-alhosseini, M. Nouri, P. Mahmoodi, S. Hamoon Navard, A. 

Nourian, Enhancing cytocompatibility, antibacterial activity and corrosion resistance of 

PEO coatings on Titanium using incorporated ZrO2 nanoparticles, Surfaces and 

Interfaces 30 (2022) 101967. https://doi.org/10.1016/j.surfin.2022.101967 

196. M. Naseri, E. Borhani, O. Imantalab, H.W. Jang, M.R. Shokouhimehr, A. Fattah-

alhosseini, Correlation between crystallographic texture and electrochemical behavior of 

nano/ultrafine-grained AA2024 alloy processed by accumulative roll bonding process, 

Journal of Materials Research and Technology 18 (2022) 4256–4266. 

https://doi.org/10.1016/j.jmrt.2022.04.090. 

197. T. Zehra, S. A. Patil, N. K. Shrestha, A. Fattah-alhosseini, M. Kaseem, Anionic 

assisted incorporation of WO3 nanoparticles for enhanced electrochemical properties of 

AZ31 Mg alloy coated via plasma electrolytic oxidation, Journal of Alloys and 

Compounds 916 (2022) 165445. https://doi.org/10.1016/j.jallcom.2022.165445. 

198. A. Fattah-alhosseini, R. Chaharmahali, K. Babaei, Impressive strides in 

amelioration of corrosion and wear behaviors of Mg alloys using applied polymer 

coatings on PEO porous coatings: A Review, Journal of Magnesium and Alloys 10 

(2022) 1171–1190. https://doi.org/10.1016/j.jma.2022.01.015 

199. E. Nikoomanzari, A. Fattah-alhosseini, M. Karbasi, A. Nourian, A versatile 

TiO2/ZrO2 nanocomposite coating produced on Ti-6Al-4V via plasma electrolytic 

oxidation process, Surfaces and Interfaces 32 (2022) 102128. 

https://doi.org/10.1016/j.surfin.2022.102128 

200. A. Kazemi, A. Fattah-alhosseini ,M. Molaei, M. Nouri, Corrosion and bioactivity 

properties of calcium-phosphate PEO coating on AZ31 Mg alloy reinforced by Forsterite 

(Mg2SiO4) nanoparticles, Iranian Journal of Materials Science and Engineering, 19 

(2022) 1-16. DOI: 10.22068/ijmse.2691 

201. R. Chaharmahali, A. Fattah-alhosseini, Effect of coating frequency on the 

corrosion performance of PEO coatings on AZ31B Mg alloy produced in an electrolyte 

containing hydroxyapatite nanoparticles, Journal of Ultrafine Grained and 

Nanostructured Materials (JUFGNSM), 55 (2022) 1-9. DOI: 

10.22059/jufgnsm.2022.01.01 

202. E. shabanlou1, B. Jaleh, O. Imantalab, A. Fattah-alhosseini, Corrosion behavior of 

TiN layer fabricated by laser ablation of Ti target in N2/water liquid, Ceramics 

International 48 (2022) 26934–26944. https://doi.org/10.1016/j.ceramint.2022.06.004 

203. F. Jasempoor, H. Elmkhah, O. Imantalab, A. Fattah-alhosseini, Improving the 

mechanical, tribological, and electrochemical behavior of AISI 304 stainless steel by 

applying CrN single layer and Cr/CrN multilayer coatings, Wear (2022) 204425. 

https://doi.org/10.1016/j.wear.2022.204425 

204. T. Zehra, A. Fattah-alhosseini, M. Kaseem, Surface properties of plasma 

electrolytic oxidation coating modified by polymeric materials: A review, Progress in 

Organic Coatings, 171 (2022) 107053. https://doi.org/10.1016/j.porgcoat.2022.107053 

205. F. Jasempoor, H. Elmkhah, O. Imantalab, A. Fattah-alhosseini, Comparison of 

electrochemical behavior of CrN single-layer coating and Cr/CrN nanolayered coating 

produced by cathodic arc evaporation physical vapor deposition, International Journal of 

Applied Ceramic Technology, 19 (2022) 2222–2235. https://doi.org/10.1111/ijac.14027 

206. H. Elmkhah, M.-R. Mohammadi, M. Molaei, A. Zolriasatein, M. Meghdari, A. 

Fattah-alhosseini, The effect of substrate surface integrity on the surface properties of 

https://doi.org/10.1016/j.surfin.2022.101967
https://doi.org/10.1016/j.jmrt.2022.04.090
https://doi.org/10.1016/j.jallcom.2022.165445
https://doi.org/10.1016/j.jma.2022.01.015
https://doi.org/10.1016/j.surfin.2022.102128
https://doi.org/10.1016/j.ceramint.2022.06.004
https://doi.org/10.1016/j.wear.2022.204425
https://doi.org/10.1016/j.porgcoat.2022.107053
https://doi.org/10.1111/ijac.14027


 21 

TiCrN coating applied via the CAE-PVD method, International Journal of Applied 

Ceramic Technology, 19 (2022) 3072–3083. https://doi.org/10.1111/ijac.14164 

207. M. Hirbodjavan, A. Fattah-alhosseini, H. Elmkhah, O. Imantalab, Corrosion and 

Antibacterial Behavior of CrN Single-layer Coating and CrN/Cu Multilayer 

Nanostructured Coatings Applied by Cathodic Arc Evaporation Technique, Iranian 

Journal of Materials Science and Engineering, 19 (2022) 1-16. DOI: 10.22068/ijmse.2615 

208. E. Lotfi-khojasteh, H. Elmkhah, M. Nouri, O. Imantalab, A. Fattah-alhosseini, The 

study of the electrochemical and tribological behaviors of CrN/AlCrN coating deposited 

by Arc-PVD technique, Iranian Journal of Materials Science and Engineering, 19 (2022) 

1-12. DOI: 10.22068/IJMSE.2581 

209. A. Fattah-alhosseini, R. Chaharmahali, A. Rajabi, K. Babaei, M. Kaseem, 

Performance of PEO/polymer coatings on the biodegradability, antibacterial effect, and 

biocompatibility of Mg-based materials, Journal of Functional Biomaterials 13 (2022) 

267. https://doi.org/10.3390/jfb13040267 

210. H. Mozafarnia, A. Fattah-alhosseini, R. Chaharmahali, M. Nouri, M.K. Keshavarz, 

M. Kaseem, Corrosion, wear, and antibacterial behaviors of hydroxyapatite/MgO 

composite PEO coatings on AZ31 alloy by incorporation of TiO2 nanoparticles, Coatings 

12 (2022) 1967. https//:doi.org/10.3390/coatings12121967 

211. A. Fattah-alhosseini, R. Chaharmahali, K. Babaei, M. Nouri, M.K. Keshavarz, M. 

Kaseem, A review of effective strides in amelioration of the biocompatibility of PEO 

coatings on Mg alloys, Journal of Magnesium and Alloys 10 (2022) 2354–2383. 

https://doi.org/10.1016/j.jma.2022.09.002 

212. Y. Vengesa, A. Fattah-alhosseini, H. Elmkhah, O. Imantalab, M.K. Keshavarz, 

Investigation of corrosion and tribological characteristics of annealed CrN/CrAlN 

coatings deposited by CAE-PVD, Ceramics International 49 (2023) 3016–3029. 

https://doi.org/10.1016/j.ceramint.2022.09.286 

213. M. Soleimani, A. Fattah-alhosseini, H. Elmkhah, K. Babaei, O. Imantala, A 

comparison of tribological and corrosion behavior of PVD-deposited CrN/CrAlN and 

CrCN/CrAlCN nanostructured coatings, Ceramics International 49 (2023) 5029–5041. 

https://doi.org/10.1016/j.ceramint.2022.10.016 

214. M. Kaseem, T. Zehra, A. Fattah-alhosseini, Electrochemical response of 

MgO/Co3O4 oxide layers produced by plasma electrolytic oxidation and post-treatment 

using cobalt nitrate, Journal of Magnesium and Alloys (2022). 

https://doi.org/10.1016/j.jma.2022.08.008 

215. M. Kaseem, T. Zehra, B. Dikici, A. Dafali, A. Fattah-alhosseini, A novel dual-

functional layer exhibiting exceptional protection and photocatalytic activity by organic 

functionalization of plasma electrolyzed layer, Journal of Magnesium and Alloys (2022) 

https://doi.org/10.1016/j.jma.2022.10.004 

216. M. Kaseem, B. Dikici, A. Dafali, A. Fattah-alhosseini, Self-assembly of coumarin 

molecules on plasma electrolyzed layer for optimizing the electrochemical performance 

of AZ31 Mg alloy, Journal of Magnesium and Alloys (2022) 

https://doi.org/10.1016/j.jma.2022.10.011 

 

 

https://doi.org/10.1111/ijac.14164
https://doi.org/10.3390/jfb13040267
https://doi.org/10.3390/coatings12121967
https://doi.org/10.1016/j.jma.2022.09.002
https://doi.org/10.1016/j.ceramint.2022.09.286
https://doi.org/10.1016/j.ceramint.2022.10.016
https://doi.org/10.1016/j.jma.2022.08.008
https://doi.org/10.1016/j.jma.2022.10.004
https://doi.org/10.1016/j.jma.2022.10.011


 22 

(ISC) 

بر  L316سازي رويين شدن فولاد زنگ نزن مدل ،الحسيني، محمدعلي گلعذار، احمد ساعتچي، کيوان رئيسي آرش فتاح -1

 .1390پژوهشي علوم و مهندسي خوردگي، سال اول، شماره اول، پاييز  -اي، فصلنامه علمياساس مدل عيوب نقطه
يه رويين در ناح 304نزن بررسي رفتار الکتروشيميايي فولاد زنگ ،مرجان دارابي، مريم بولحسنيالحسيني،  آرش فتاح -2

 .1391 تابستان، هندسي خوردگي، سال دوم، شماره دومپژوهشي علوم و م -صلنامه علمي، فگذرا

سازي بتن با در محلول شبيه AISI 316Lنزن سازي رويين شدن فولاد زنگمدلاميد ايمان طلب، آرش فتاح الحسيني،  -3

 پاييز، دگي، سال دوم، شماره سومهندسي خورپژوهشي علوم و م -، فصلنامه علميسنجي امپدانس الکتروشيمياييروش طيف

1391. 

بر خوردگي فولاد  WS 86-1 كنندهي، بررسي الکتروشيميايي ميزان تزريق ممانعتآرش فتاح الحسيني، صادق مومن -4

، سال پژوهشي علوم و مهندسي خوردگي -دريايي نوروز، فصلنامه علمي كشي مجتمعلوله در سامانه API 5L Gr.Bکربني 

 .1392 بهار، هفتمسوم، شماره 

منگنزدار در  -د آستنيتي کرومبررسي رفتار الکتروشيميايي دو فولا، امير عابدي، فرنوش شيرسليميآرش فتاح الحسيني،  -5

پژوهشي  -، فصلنامه علميسنجي امپدانس الکتروشيمياييشاتکي و طيف -با روش موت مولار 1/0محلول اسيد سولفوريک 

 .1392 تابستان، سوم، شماره نهم، سال علوم و مهندسي خوردگي

و پتانسيل بر ترکيب شيميايي  اثيرت کيوان رئيسي، بهزاد باوريان، احمد ساعتچي، الحسيني، محمدعلي گلعذار، آرش فتاح -6

پژوهشيي    -علميي  نشريه، مولار 05/0کم کربن در محلول اسيد سولفوريک  316لايه رويين فولاد زنگ نزن پروفيل غلظتي 

 .1392 پاييز، سال سي و دوم، شماره دوم هندسي،م مواد پيشرفته در

)بدون  -منگنزدار -رفتار خوردگي فولادهاي آستنيتي کروم، زاد، محسن اسدي اسدآبادسجاد علي آرش فتاح الحسيني، -7

 .1393بهار ، شماره بيستم، علوم و مهندسي سطحپژوهشي  -علمي نشريه، نيکل(  در يک محيط اسيدي

 ،هاي اسيد سولفوريکبررسي رفتار الکتروشيميايي تيتانيم خالص تجاري در محلول، سيد اميد گشتي آرش فتاح الحسيني، -8
 .1393تابستان ، شماره بيست ويک، علوم و مهندسي سطحپژوهشي  -علمي نشريه

منگنزدار  -بررسي رفتار خوردگي چهار فولاد آستنيتي کروم، زاد، محسن اسدي اسدآبادسجاد عليسيني، آرش فتاح الح -9

، سال بيست و پنج، شماره دوم، پژوهشي مهندسي متالورژي و مواد -نشريه علمي، مولار اسيد سولفوريک 1/0در محلول 

1393. 

کم کربن در يک محلول قليايي  304نزن روشيميايي فولاد زنگبررسي رفتار الکتآرش فتاح الحسيني، اميد ايمان طلب،  -10

سال هشتم، فصلنامه علمي پژوهشي مهندسي مواد مجلسي، ، سنجي امپدانس الکتروشيمياييشاتکي و طيف -با روش موت

 .1393شماره دوم، تابستان 

ذرات کاربيد سيليسيم بر رفتار  مهشيد صباغي جوني، تاثيران، سعيد وجدي وحيد، آرش فتاح الحسيني، محمد رنجبر -11

سال فصلنامه علمي پژوهشي مهندسي مواد مجلسي، ، درصد کلريد سديم 5/3در محلول  A356-SiCکامپوزيت  خوردگي

 .1393هشتم، شماره دوم، تابستان 

در آب  API 5L Gr.Bبير خيوردگي فيولاد    اي بير پاييه ايمييدازولين    تاثير بازدارندهي، آرش فتاح الحسيني، صادق مومن -12

 .1394سال نهم، شماره اول، بهار فصلنامه علمي پژوهشي مهندسي مواد مجلسي،  درياي ساختگي،

http://profs.basu.ac.ir/fattah/index.php?L=ConfInfo&CI=3196
http://profs.basu.ac.ir/fattah/index.php?L=ConfInfo&CI=3196


 23 

 شده بروش يجادا سراميکيپوشش  يکروساختارو م يرفتار خوردگ، مجتبي وکيلي ازغندي، آرش فتاح الحسيني -13

دوره چهارم، شماره ، لم و مهندسي سراميکعفصلنامه علمي پژوهشي ، 6061 ينيومآلوم ياژآل يرو يکيالکتر يکروقوسم

 .1394سوم، پاييز 

 API بررسي رفتار خوردگي آب ترش اسيدي بر روي فولادبهناز همراهي، آرش فتاح الحسيني، علي پور قاسمي هنزا،  -14

5L Gr.B بيس  در  محيط اسيدي در حضورN-(3- بنزاميد )خوردگي پژوهشي علوم و مهندسي -، فصلنامه علمينيتروبنزيل ،

 .1394 زمستان، سال پنجم، شماره هشتم

15. A. Fattah-alhosseini, H. Farahani, O. Imantalab, The effect of solution concentration 

on the electrochemical behaviour of AISI 321 stainless steel in sulfuric solutions, 

International Journal of Iron & Steel Society of Iran, 9(2) (2012) 19–26. 

16. A. Fattah-alhosseini, O. Imantalab, The electrochemical behaviour of AISI 321 

stainless steel in alkaline media, International Journal of Iron & Steel Society of Iran, 

10(1) (2013) 7-13. 

17. A. Fattah-alhosseini, Electrochemical characterization of a martensitic stainless steel, 

International Journal of Iron & Steel Society of Iran, 10(2) (2013) 1-6. 

18. A. Fattah-alhosseini , M. Hojati Fahim, E. Nikomanzari, The Effect of Chloride Ions 

Concentration on the Electrochemical Behavior of AISI 410 Stainless Steels in Simulated 

Concrete Pore Solution, International Journal of Iron & Steel Society of Iran, 11(1) 

(2014) 35-40. 
19. A. Fattah-alhosseini, M.M. Khalvan, Semiconducting properties of passive films 

formed on AISI 420 stainless steel in nitric acid solutions, Journal of Advanced Materials 

and Processing, 2(2) (2013) 15–22. 

20. A. Fattah-alhosseini, B. Iyzadi, M. Asadi Asadabad, Evaluation of corrosion 

behaviour on Mn-Cr austenitic steels using 0.1 M HCl solution, Journal of Advanced 

Materials and Processing, 2(1) (2014) 55–63. 

21. A. Fattah-alhosseini, M. A. Sonamia, A. Loghmani, F. Zerafati Shoja, Passivity of 

AISI 316L Stainless Steel as a Function of Nitric Concentration, Journal of Advanced 

Materials and Processing, 2(2) (2014) 21–30. 

22. A. Fattah-alhosseini, B. Hamrahi, Corrosion Inhibition of API 5L Carbon Steel by 

Nettle Leaves Hydroalcoholic Extract in a 0.5 M H2SO4 Solution, International Journal of 

Iron & Steel Society of Iran, 13(1) (2016) 45-49. 

بررسي ريزساختار و رفتار خوردگي پوشش سراميکي ايجاد شده به  سيد اميد گشتي، ،، آرش فتاح الحسينيمريم مولايي -23

فصلنامه علمي پژوهشي علم و مهندسي سراميک،  ،2024روش اکسيداسيون الکتروليتي پلاسمايي روي سطح آلياژ آلومينيم

 .1395 بهار، اولم، شماره دوره پنج

تاثير جوشکاري اصطکاکي اغتشاشي بر رفتار خوردگي ، زن، مجتبي وکيلي ازغندي، آرش فتاح الحسينيبالدين جمال  -24

، سيشماره ، علوم و مهندسي سطحپژوهشي  -علمي نشريه، درصد وزني کلريد سديم 5/3 ر محلولد 1050آلياژ آلومينيوم 

 .1395زمستان 

 بر رفتار خوردگي اصطکاکي اغتشاشيشروي پين در جوشکاري تاثير سرعت پي ي،آرش فتاح الحسين اميرحسين طاهري، -25

، شماره سال دهمفصلنامه علمي پژوهشي مهندسي مواد مجلسي، ، درصد وزني کلريد سديم 5/3مس خالص در محلول 

 .1395 زمستان، چهارم



 24 

 ايجاد سراميکي پوشش خوردگي رفتار و ريزساختار زهرا معصومي لقمان، آرش فتاح الحسيني، سيد اميد گشتي، بررسي -26

فصلنامه علمي پژوهشي علم و مهندسي  ،6061 آلومينيم آلياژ روي بر پلاسمايي الکتروليتي اکسيداسيون روش به شده

 .1395 پاييز، سومم، شماره دوره پنجسراميک، 

يي بر روي سمادهي به روش اکسيداسيون الکتروليتي پلاآرش فتاح الحسيني، سيد اميد گشتي، پوشش ،مسعود رکنيان -27

فصلنامه  ،شده در محيط شبيه ساز بدن ايجاد سراميکي پوشش خوردگي رفتار و ريزساختار زيرلايه تيتانيم خالص: بررسي

 .1395م، زمستان ، سال ششم، شماره دوازدهپژوهشي علوم و مهندسي خوردگي -علمي

انجام فرايند بر ريزساختار و رفتار خوردگي  بررسي اثر زمان، مريم مولايي، آرش فتاح الحسيني، سيد اميد گشتي -28

 -فصلنامه علمي ،روي تيتانيوم خالص (PEO)شده به روش اکسيداسيون الکتروليتي پلاسمايي هاي سراميکي ايجادپوشش

 .1396تان دهم، تابس، سال هفتم، شماره سيزپژوهشي علوم و مهندسي خوردگي

اعمال پوشش سراميکي به روش اکسيداسيون الکتروليتي  اميد گشتي،الهام نيکومنظري، آرش فتاح الحسيني، سيد  -29

پژوهشي علوم و  -نشريه علمي ساز بدن،و بررسي رفتار خوردگي آن در محلول شبيه Ti-6Al-4V پلاسمايي روي زيرلايه  

 .1396مهندسي سطح، شماره سي و يکم، پاييز 

ريزساختار و سديم بر ، بررسي اثر غلظت سيليکاتيتالحسيني، سيد اميد گشفتاح آرش ،اعظم خدابندلويي -30

 ،5052آلياژآلومينيم پلاسمايي روي روش اکسيداسيون الكتروليتي به شدهتشکيل سراميكي هايرفتارخوردگي پوشش
 .1396 تابستان، دومم، شماره دوره ششفصلنامه علمي پژوهشي علم و مهندسي سراميک، 

سراميکي  هايهيدروکسيدپتاسيم بر رفتار خوردگي پوشش اثر، ي، سيد اميد گشتيآرش فتاح الحسين ،  مريم مولايي -31

ح، پژوهشي علوم و مهندسي سط -نشريه علمي ،تيتانيمزيرلايه شده به روش اکسيداسيون الکتروليتي پلاسمايي روي تشکيل

  .1397، پاييز شماره سي و هفتم

تشکيل پوشش سراميکي  سازوکاراميد ايمان طلب، بررسي  ني،آرش فتاح الحسي ،اديب ابراهيمي، حميد اصفهاني -32

، شماره ، مجله مواد و فرايندهاي پيشرفتهسازي آنروي تيتانيوم خالص تجاري و توانايي استخوان 2TiB/TiBکامپوزيتي 

 .1397، پاييز هفتم

و  تيآپات يدروکسينانو ذرات ه ناثر افزود يررس، ميلاد بهراميان، آرش فتاح الحسيني، بيوانيد کمکار، احمندا کا -33

ه روش ب AZ31 ميزينم اژيده بر آلشال ماع يکيمسرا يهاشش پو يخوردگ بر رفتار نديفرا يکيالکتر يترهامپارا

 .1400، پاييز ح، شماره چهل و نهپژوهشي علوم و مهندسي سط -نشريه علمي ،، قوس کروين مويداسياکس

شده  جاديا يکيسرام يهاپوشش يبر رفتار خوردگ يدهزمان پوشش ريتأث راضيه چهارمحالي، آرش فتاح الحسيني، -34

 هيدر محلول شب AZ31 يميزيمن اژيآل يرو ييپلاسما يتيالکترول ونيداسيبه روش اکس تيآپات يدروکسينانو ذرات ه يحاو

 .1400 زمستان، چهارم، شماره دوره دهفصلنامه علمي پژوهشي علم و مهندسي سراميک، ، بدن ساز

 ونيداسيبه روش اکس شدهليتشک يهاپوشش يمقاومت به خوردگ يابيارز، ينيآرش فتاح الحس ،ييمولا ميمر -35

پژوهشي علوم و  -فصلنامه علمي ،نگريدر محلول ر وميتانيت هيرلايز يمتفاوت رو يهاتيدر الکترول ييپلاسما يتيالکترول

 .1399تان س، زم38، شماره دهم، سال مهندسي خوردگي
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شده به روش  ليتشک يسراميك يهاو رفتار الکتروشيميايي پوشش زساختاريبر ر ميپتاس ديدروکسيتاثير غلظت ه -36

، دوره يازدهفصلنامه علمي پژوهشي علم و مهندسي سراميک، ، AZ31B ميزيمن اژيآل يرو ييپلاسما يتيالكترول ونيداسياکس

 .1401 تابستان، دومشماره 

 

 

 .1389، زمستان 43فصلنامه زنگ، سال يازدهم، شماره ، مروري بر تکنيک نويز الکتروشيمياييالحسيني،  آرش فتاح -1

 .1390، بهار 44فصلنامه زنگ، سال دوازدهم، شماره ، شاتکي -موت مروري بر آزمونالحسيني،  آرش فتاح -2

اي تشکيل شده در بر عيوب نقطهتاثير پتانسيل  الحسيني، احمد ساعتچي، محمدعلي گلعذار، کيوان رئيسي، آرش فتاح -3

 .1390تابستان  ،42شماره  ايران، دسين متالورژيانجمن مهننشريه  ، L 316 AISIفولاد زنگ نزن   لايه رويين

، 48، سال سيزدهم، شماره فصلنامه، هاي اسيدينزن در محيطدهاي زنگخوردگي يکنواخت فولاالحسيني،  آرش فتاح -4

 .1391بهار 

 .1391تان سزم ،48شماره  ايران، انجمن مهندسين متالورژينشريه  ،ايمروري بر مدل عيوب نقطهالحسيني،  آرش فتاح -5

سال سيزدهم، فصلنامه زنگ، ، نزن آستنيتيزنگ فولادهاي دار شدنبر حفره اثرات ريزساختارالحسيني،  آرش فتاح -6

 .1391 ، زمستان51شماره 

 .1392 ، بهار52دهم، شماره سال چهارفصلنامه زنگ، ، نزنزنگ فولادهايالحسيني،  آرش فتاح -7

 

 

سيكل عمليات حرارتي كوئنچ مياني بر خيواص فيولاد    بررسي اثر الحسيني، عباس اکبري، شهرام خيرانديش، آرش فتاح -1

 .اصفهانشگاه صنعتي دان، 1381اسفند  ، نهمين کنگره انجمن آهن و فولاد ايران،1020دو فازي 

خيوردگي ميکروبيي فيولاد     ررسيب ساعتچي، محمد حسين فتحي، روحا کسري کرمانشاهي، آرش فتاح الحسيني، احمد -2

 ، اصفهان1384يبهشت ارد ، نهمين کنگره ملي خوردگي ايران،کربني با روش ماکزيمم انتروپي

رفتار خوردگي ميکروبي فيولاد کربنيي بيا روش نيويز      ررسيب الحسيني، احمد ساعتچي، محمد حسين فتحي، آرش فتاح -3

 .شيرازدانشگاه  -دانشکده مهندسي، 1384آبان  ان،متالورژي اير ، نهمين کنگره سالانه انجمن مهندسينالکتروشيميايي

تحلييل خيوردگي ميکروبيي فيولاد کربنيي توسيط        جزييه و تاحمد ساعتچي، محمد حسيين فتحيي،    آرش فتاح الحسيني، -4

 .شيرازدانشگاه  -دانشکده مهندسي، 1384آبان  ايران، جمن مهندسين متالورژينهمين کنگره سالانه ان ،مشخصه هاي آماري

، هميايش  فيازي  از سيکل عمليات حرارتي کوينچ مياني براي حصيول فيولاد دو   ستفادها علي کاوه، آرش فتاح الحسيني، -5

 ، اصفهان1384اسفند  ليات حرارتي،ملي عم

زبري سطح بر مقاوميت بيه خيوردگي لاييه      اثيرت محمدعلي گلعذار، کيوان رئيسي، آرش فتاح الحسيني، احمد ساعتچي، -6

ريخته گري ايران و يازدهمين کنگره سالانه انجمين مهندسيين    ن علمي، اولين همايش مشترک نوزدهمين سمينار انجمرويين

 .اصفهاندانشگاه صنعتي ، 1386آبان  مواد و متالورژي،

 L 316فتار لايه رويين فولاد زنگ نزنر بررسي گلعذار، احمد ساعتچي، کيوان رئيسي، آرش فتاح الحسيني، محمدعلي -7

علمي ريختيه گيري اييران و ييازدهمين کنگيره سيالانه انجمين         اولين همايش مشترک نوزدهمين سمينار انجمن، EISط توس

 .اصفهاندانشگاه صنعتي ، 1386آبان  مهندسين مواد و متالورژي،

http://profs.basu.ac.ir/fattah/index.php?L=ConfInfo&CI=3138
http://profs.basu.ac.ir/fattah/index.php?L=ConfInfo&CI=3138
http://profs.basu.ac.ir/fattah/index.php?L=ConfInfo&CI=3138
http://profs.basu.ac.ir/fattah/index.php?L=ConfInfo&CI=3138
http://profs.basu.ac.ir/fattah/index.php?L=ConfInfo&CI=3139
http://profs.basu.ac.ir/fattah/index.php?L=ConfInfo&CI=3139
http://profs.basu.ac.ir/fattah/index.php?L=ConfInfo&CI=3140
http://profs.basu.ac.ir/fattah/index.php?L=ConfInfo&CI=3140
http://profs.basu.ac.ir/fattah/index.php?L=ConfInfo&CI=3141
http://profs.basu.ac.ir/fattah/index.php?L=ConfInfo&CI=3141
http://profs.basu.ac.ir/fattah/index.php?L=ConfInfo&CI=3169
http://profs.basu.ac.ir/fattah/index.php?L=ConfInfo&CI=3142
http://profs.basu.ac.ir/fattah/index.php?L=ConfInfo&CI=3142
http://profs.basu.ac.ir/fattah/index.php?L=ConfInfo&CI=3143
http://profs.basu.ac.ir/fattah/index.php?L=ConfInfo&CI=3143
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پتانسيل بر ترکييب شييميايي    اثيرت ، بهزاد باوريان،الحسيني، احمد ساعتچي، محمدعلي گلعذار، کيوان رئيسي آرش فتاح -8

، ييازدهمين سيمينار مليي مهندسيي سيطح و ششيمين هميايش و نمايشيگاه بيين الملليي           316AISIلايه رويين فولاد زنگ نزن 

 .رانالمپيک ته ، هتل1389مهر  آبکاري،

 ،ضريب نفوذ عيوب نقطه اي در لايه روييين  حاسبهم شيرسليمي، فائزه سلطاني، آرش فتاح الحسيني، بهاره ايزدي، فرنوش -9

 .، هتل المپيک تهران1389مهر  آبکاري، نمايشگاه بين المللي يازدهمين سمينار ملي مهندسي سطح و ششمين همايش و

اي تشيکيل شيده در   بر عيوب نقطهتاثير پتانسيل  الحسيني، احمد ساعتچي، محمدعلي گلعذار، کيوان رئيسي، آرش فتاح -10

 دهمين کنگره سالانه انجمن مهندسيين متيالورژي  چهارهمايش مشترک  چهارمين ، L 316 AISIفولاد زنگ نزن   لايه رويين

 دانشگاه علم و صنعت ايران.، 1389آبان  علمي ريخته گري ايران، انجمنسالانه سمينار  بيست و دومين ايران و

محاسيبه ضيخامت لاييه روييين و ضيريب نفيوذ        الحسيني، محمدعلي گلعذار، احمد ساعتچي، کيوان رئيسي، آرش فتاح -11

دهمين کنگره سالانه انجمن مهندسيين  چهارش مشترک هماي چهارمين، ايهاي الکتروني با استفاده از مدل عيوب نقطهدهنده

 دانشگاه علم و صنعت ايران.، 1389آبان  علمي ريخته گري ايران، انجمنسالانه سمينار  ايران و بيست و دومين متالورژي

    نبررسي رفتار الکتروشييميايي فيولاد زنيگ نيز     الحسيني، محمدعلي گلعذار، احمد ساعتچي، کيوان رئيسي، آرش فتاح -12

L 316 ايران و بيسيت   دهمين کنگره سالانه انجمن مهندسين متالورژيچهارهمايش مشترک  چهارمين، در ناحيه رويين گذرا

 دانشگاه علم و صنعت ايران.، 1389آبان  علمي ريخته گري ايران، انجمنسالانه سمينار  و دومين

سازي تشکيل لايه روييين  مدلست، سارا طاهري شجاع، حيدري زبردآرش فتاح الحسيني، پرويز محمديان صميم، بهناز  -13

، دانشگاه صنعتي 1390، دوازدهمين سمينار ملي مهندسي سطح، ارديبهشت ايبر اساس مدل عيوب نقطه 304زن فولاد زنگ ن

 مالک اشتر.

رويين فيولاد زنيگ    سازي انهدام لايهمدلمليکا تفضلي، طاهره رمضان نيا،  آرش فتاح الحسيني، پرويز محمديان صميم، -14

، دانشيگاه  1390، دوازدهمين سمينار ملي مهندسيي سيطح، ارديبهشيت    طيف سنجي امپدانس الکتروشيميايي با روش 321نزن 

 صنعتي مالک اشتر.

هياي ميدار معيادل    و الميان تاثير زمان بر تشکيل لاييه روييين   ، نازنين عسگري، آرش فتاح الحسيني، هانيه بهرامي شکيب -15

 ، دانشگاه صنعتي مالک اشتر.1390دوازدهمين سمينار ملي مهندسي سطح، ارديبهشت ، الکتريکي

اي تشکيل شده در لايه رويين فولاد دما بر عيوب نقطهتاثير ، آرش فتاح الحسيني، پرويز محمديان صميم، نويد عطارزاده -16

 نشگاه تبريز.، دا1391کم کربن، سيزدهمين سمينار ملي مهندسي سطح، ارديبهشت  316نزن زنگ

اي تشکيل شده در لايه رويين تاثير پتانسيل بر عيوب نقطهز محمديان صميم، نويد عطارزاده، آرش فتاح الحسيني، پروي -17

، دانشگاه 1391گراد، سيزدهمين کنگره ملي خوردگي، ارديبهشت درجه سانتي 75کم کربن در دماي  316نزن فولاد زنگ

 تبريز.

پرويز محمديان صميم، طاهره رمضان نيا، مليکا تفضلي، بررسي مکانيزم انهدام لايه رويين گذرا بر  آرش فتاح الحسيني، -18

، دانشگاه 1391اي، سيزدهمين کنگره ملي خوردگي، ارديبهشت با استفاده از مدل عيوب نقطه 321نزن روي فولاد زنگ

 تبريز.

نزن تاثير زمان بر تشکيل لايه رويين فولاد زنگ، ه جوکاراميد ايمان طلب، مهديس نوري، محدث آرش فتاح الحسيني، -19

، دانشکده فني دانشگاه تهران.1392کم کربن در محيط قليايي، چهاردهمين کنگره ملي خوردگي، ارديبهشت  304

http://profs.basu.ac.ir/fattah/index.php?L=ConfInfo&CI=3196
http://profs.basu.ac.ir/fattah/index.php?L=ConfInfo&CI=3196
http://profs.basu.ac.ir/fattah/index.php?L=ConfInfo&CI=3197
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ار منگنزد -مقايسه رفتار خوردگي دو فولاد آستنيتي کروممحسن اسدي اسدآباد، ، زادسجاد علي آرش فتاح الحسيني، -20

، چهاردهمين کنگره ملي خوردگي، ارديبهشت کم کربن در يک محيط اسيدي 316و  304نزن توليدي با فولادهاي زنگ

 ، دانشکده فني دانشگاه تهران.1392

تاثير افزودن ذرات تقويت کننده کاربيد  ،محمد رنجبران، سعيد وجدي وحيد، محمدرضا سلطاني آرش فتاح الحسيني، -21

، دانشکده فني 1392، چهاردهمين کنگره ملي خوردگي، ارديبهشت A356-SiCر خوردگي کامپوزيت سيليسيم بر رفتا

 دانشگاه تهران.

بر پايه  WS 86-1كننده تجاري سازي ميزان تزريق ممانعتبهينه، فرعلي خواصصادق مومني،  آرش فتاح الحسيني، -22

، دانشکده فني 1392ردهمين کنگره ملي خوردگي، ارديبهشت ، چهادريايي سروش كشي مجتمعايميدازولين در سيستم لوله

 دانشگاه تهران.

مقايسه رفتار الکتروشيميايي  امير عابدي، فرنوش شيرسليمي، مسعود يوسفي، محسن اسدي اسدآباد،آرش فتاح الحسيني،  -23

دهمين سمينار چهار، مولار 1/0کم کربن در اسيد سولفوريک  316و  304نزن دو فولاد آستنيتي پرمنگنز با فولادهاي زنگ

 .دانشگاه صنعتي اصفهان، 1392 مهرملي مهندسي سطح، 

)بر پايه ايميدوزالين( بر خوردگي  WS 86-1بررسي ميزان تزريق بازدارنده تجاري  ،صادق مومنيآرش فتاح الحسيني،  -24

دانشگاه ، 1392 مهري مهندسي سطح، دهمين سمينار ملچهار، درصد وزني 5/3در محلول کلريد سديم  API 5L Gr.Bفولاد 

 .صنعتي اصفهان

، سازي بتنکم کربن در محيط شبيه 304نزن اميد ايمان طلب، آرش فتاح الحسيني، تاثير زمان بر رويين شدن فولاد زنگ -25

 شرکت فولاد هرمزگان. -بندرعباس، 1392اسفند  ،ايران فولاد شانزدهمين سمپوزيوم

اره ايزدي، محسن اسدي اسدآباد، توليد چهار فولاد آستنيتي بدون نيکل و بررسي مقاومت به ، به آرش فتاح الحسيني -26

 شرکت فولاد هرمزگان. -بندرعباس، 1392اسفند  ،ايران فولاد شانزدهمين سمپوزيوم، هاخوردگي آن

لايه رويين تشکيل شده روي ، آرش فتاح الحسيني، فريبا ظرافتي شجاع، محمد علي سوناميا، بررسي رفتار  آتنا لقماني -27

، 1392اسفند  ،ايران فولاد شانزدهمين سمپوزيوم، شاتکي -هاي موتکم کربن با استفاده از آزمون 316نزن فولاد زنگ

 شرکت فولاد هرمزگان. -بندرعباس

به خوردگي  آرش فتاح الحسيني، سارا طاهري شجاع، محسن اسدي اسدآباد، تاثير دماي آستنيته و بازپخت بر مقاومت -28

 شرکت فولاد هرمزگان. -بندرعباس، 1392اسفند  ،ايران فولاد شانزدهمين سمپوزيوم، 4.5Cr–2W–0.25V–0.1Cفولاد 

، آرش فتاح الحسيني، محسن اسدي اسدآباد، بررسي رفتار خوردگي يک فولاد کم فعال مارتنزيتي در  مهيار ميرشکاري -29

 شرکت فولاد هرمزگان. -بندرعباس، 1392اسفند  ،ايران فولاد زيومشانزدهمين سمپو، مولار 1/0اسيد نيتريک 

30. A. Fattah-alhosseini, M. Ranjbaran, S. Vajdi Vahid, Effect of 10 vol.% SiC 

reinforcement on the corrosion behaviour of A356 aluminium alloy in basic solutions, 

Proceedings of Iran International Aluminum Conference (IAC2014), May 25-26, 2014, 

Tehran, I.R. Iran 
سازي در محلول شبيه AISI 410نزن ، آرش فتاح الحسيني، الهام نيکو منظري، رويين شدن فولاد زنگ مريم حجتي فهيم -31

 1393 ،ايران فولاد شانزدهمين سمپوزيوم، بتن
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اي تشکيل شده در لايه رويين فولاد ني، مريم حجتي فهيم، بررسي عيوب نقطه، آرش فتاح الحسي الهام نيکو منظري -32

 1393 ،ايران فولاد شانزدهمين سمپوزيوم، AISI 410نزن مارتنزيتي زنگ

، آرش فتاح الحسيني، آتنا لقماني، محمدعلي سوناميا، تاثير غلظت اسيد نيتريک بر رويين شدن فولاد  فريبا ظرافتي شجاع -33

  1393 ،ايران فولاد شانزدهمين سمپوزيوم، کم کربن 316نزن زنگ

، حسن اکبري، بررسي تاثير غلظت کلريد سديم بر مقاومت به خوردگي فولاد  محمد حاجي لو، آرش فتاح الحسيني -34

 1393 ،ايران فولاد شانزدهمين سمپوزيوم،  API 5L Gr.Bکربني 

 API، بررسي تاثير زبري سطح بر مقاومت به خوردگي فولاد کربني ، محمد حاجي لو حسن اکبري، آرش فتاح الحسيني -35

5L Gr.B 1393  ،ايران فولاد شانزدهمين سمپوزيوم، ساز آب دريادر محلول شبيه 

36. A. Fattah-alhosseini, R. Azari, V. Hasanzadeh, M. Fereydunifar, Effect of chloride 

ions concentration on the passive behavior of AA6061 aluminum alloy, Proceedings of 

Iran International Aluminum Conference (IIAC2016), May 11-12, 2016, Tehran, I.R. 

Iran. 

37. A. Fattah-alhosseini, A. Sangari, L. Elahimoghadam, Passive behavior of AA6061 

aluminum alloy in borate buffer solutions, Proceedings of Iran International Aluminum 

Conference (IIAC2016), May 11-12, 2016, Tehran, I.R. Iran. 

 

 ،نزنهاي زنگتشکيل شده روي فولاد هاي رويينهادي لايهبررسي خواص نيمه: نامه کارشناسي ارشد مهندسي موادپايان -1

 .1391آرش فتاح الحسيني،  استاد راهنما: دکتر دانشجو: اميد ايمان طلب،

كشي هاي خوردگي در سيستم لولهكنندهسازي نوع و ميزان تزريق ممانعتبهينه: نامه کارشناسي ارشد مهندسي موادپايان -2

 .1391ستاد راهنما: دکتر آرش فتاح الحسيني، ادانشجو: صادق مومني، ، هاي دريايي سروش و نوروزو خطوط لوله مجتمع

، هاي اسيديز در محيطبررسي رفتار خوردگي فولادهاي آستنيتي پرمنگن: نامه کارشناسي ارشد مهندسي موادپايان -3

 .1392 استاد مشاور: دکتر محسن اسدي اسدآباد، سجاد علي زاد، استاد راهنما: دکتر آرش فتاح الحسيني،دانشجو: 

نزن آستنيتي و هاي زنگرويين فولاد بررسي خواص الکتروشيميايي لايه: نامه کارشناسي ارشد مهندسي موادپايان -4

 .1392،فتاح الحسينياستاد راهنما: دکتر آرش ، حامد فراهانيدانشجو: ، مارتنزيتي

ده روي فولادهاي آستنيتي هاي رويين تشکيل شبررسي خواص نيمه هادي لايه: نامه کارشناسي ارشد مهندسي موادپايان -5

استاد راهنما: دکتر امير عابدي و دکتر آرش فتاح الحسيني، يرسليمي، فرنوش شدانشجو:  ،هاي اسيديمحيط پرمنگنز در

1392. 

در محلول  A356-10Vol.% SiC فتار خوردگي کامپوزيت زمينه فلزيبررسي ر :نامه کارشناسي ارشد مهندسي موادپايان -6

 .1392سعيد وجدي وحيد، استاد راهنما: دکتر محمد رنجبران، استاد مشاور: دکتر آرش فتاح الحسيني،  دانشجو:اسيدي، 

هاي اسيد زدار در محلولمنگن -بررسي رفتار خوردگي فولادهاي آستنيتي کروم: نامه کارشناسي ارشد مهندسي موادپايان -7

 .1393 استاد مشاور: دکتر محسن اسدي اسدآباد، فتاح الحسيني،استاد راهنما: دکتر آرش دانشجو: بهاره ايزدي، ، کلريدريک

-تنگستن -تاثير عمليات حرارتي بر رفتار خوردگي يک فولاد مارتنزيتي کروم: نامه کارشناسي ارشد مهندسي موادپايان -8

  .1393 اسدي اسدآباد، استاد مشاور: دکتر محسن استاد راهنما: دکتر آرش فتاح الحسيني، دانشجو: سارا طاهري شجاع،  ،دار
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بر توزان ينه و نانو ذره کيدهاي آمياهي و اسيگي بات آليترک ر برخييثأبررسي تميکروبيولوژي: نامه کارشناسي ارشد پايان -9

دانشجو: سيده ليدا ، د بر فلز آهنيستي با تأکيي فلزي و عامل خوردگي زيد کنندهر اکسيهاي رسوب دهنده غباکتريروي 

 .1393: دکتر آرش فتاح الحسيني، مشاور، استاد روحا کسري کرمانشاهيراهنما: دکتر  استادسيدي، 

( به روش فرآيند نورد تجمعي 1xxx)سري  3O2Al-Alتوليد نانوکامپوزيت : نامه کارشناسي ارشد مهندسي موادپايان -10

(ARB) 1393، آرش فتاح الحسيني استاد راهنما: دکتردانشجو: محمدحسام عالمي، ، و بررسي رفتار خوردگي آن. 

بررسي تاثير پارامترهاي جوشکاري اصطکاکي اغتشاشي بر رفتار خوردگي : نامه کارشناسي ارشد مهندسي موادپايان -11

 .1393استاد راهنما: دکتر آرش فتاح الحسيني،  اميرحسين طاهري، دانشجو:  ،مس

هاي هاي قليايي با استفاده از روشرويين شدن روي در محلولبررسي رفتار : نامه کارشناسي ارشد مهندسي موادپايان -12

 .1394 ،آرش فتاح الحسيني استاد راهنما: دکتردانشجو: مهيار ميرشکاري، ، الکتروشيميايي

هاي قليايي، دانشجو: حامد در محلول AZ80مهندسي مواد: بررسي رفتار رويين آلياژ نامه کارشناسي ارشد پايان -13

 .1394، راهنما: دکتر آرش فتاح الحسينيعسگري، استاد 

نامه کارشناسي ارشد مهندسي مواد: مطالعه مکانيزم خوردگي و بازدارندگي از خوردگي فولاد کربني در  محلول پايان -41

 .1394، .، دانشجو: مهديس نوري، استاد راهنما: دکتر آرش فتاح الحسينيS2Hو  HCl هاي حاوي 

رشد مهندسي مواد: بررسي اثرات يک بازدارنده بر خوردگي فولاد كربني در محيط اسيدي حاوي نامه کارشناسي اپايان -51

S2H1394، ، دانشجو: بهناز همراهي، استاد راهنما: دکتر آرش فتاح الحسيني. 

ها، نتي روي فولاد کربني و بررسي رفتار خوردگي آيهاي مگنتجاد پوششينامه کارشناسي ارشد مهندسي مواد: اپايان -16

 .1394، ، استاد راهنما: دکتر آرش فتاح الحسينيميد يزداني خاندانشجو: ح

مطالعه خوردگي و  بازدارندگي از خوردگي فولاد کربني در محلول نفتي مواد: نامه کارشناسي ارشد مهندسي پايان -17

 .1394، نيآرش فتاح الحسي دانشجو: علي باجلاني چنگيزه، استاد راهنما: دکتر، سازي شدهشبيه

، 2024خورگي آلياژ آلومينيم بر رفتار  (ARB)تاثير فرآيند نورد تجمعي مواد: نامه کارشناسي ارشد مهندسي پايان -18

اساتيد مشاور: دکتر محسن کشاورز خوراسگاني و دکتر  ،آرش فتاح الحسيني ، استاد راهنما: دکتررامين خاتميدانشجو: 

 .1395 مهرماه 13 يوسف مظاهري رودبالي،

 (ARB)فرآيند نورد تجمعي  تاثيرو  بررسي رويين شدن تيتانيم خالص تجاريمواد: نامه کارشناسي ارشد مهندسي پايان -19

 ،آرش فتاح الحسيني ، استاد راهنما: دکترعليرضا انصاريدانشجو: ، اسيديهاي بر رفتار الکتروشيميايي لايه رويين در محلول

 .1395آذرماه  2گاني و دکتر يوسف مظاهري رودبالي، رز خوراساساتيد مشاور: دکتر محسن کشاو

در  يکيالکتر کروقوسيبه روش م يخالص تجار ميتانيت يدياکس يده پوششمواد: نامه کارشناسي ارشد مهندسي پايان -20

تر محسن کشاورز اساتيد مشاور: دک، آرش فتاح الحسيني ، استاد راهنما: دکترمريم مولاييدانشجو:  ،يناتيآلوم تيالکترول

 .1395بهمن ماه  11خوراسگاني و دکتر سيد اميد گشتي، 

ميکروقوس الکتريکي در به روش   6061آلياژ آلومينيوم اکسيدي پوشش دهي ارشد مهندسي مواد: نامه کارشناسي پايان -21

، آرش فتاح الحسيني اهنما: دکتر، استاد رزهرا معصومي لقمان: ، دانشجوالکتروليت آلوميناتي حاوي نانوذرات اکسيد سيليسيم

 .1395بهمن ماه  17، ني و دکتر سيد اميد گشتياساتيد مشاور: دکتر محسن کشاورز خوراسگا
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اکسيداسيون الکتروليتي به روش   5083آلياژ آلومينيوم اکسيدي پوشش دهي ارشد مهندسي مواد: نامه کارشناسي پايان -22

آرش فتاح  ، استاد راهنما: دکترالهام نيکومنظري: ، دانشجوروينو ذرات اکسيد حاوي نا يکاتيليدر الکتروليت س پلاسما

 .1396بهمن ماه  15، اساتيد مشاور: دکتر محسن کشاورز خوراسگاني و دکتر سيد اميد گشتي، الحسيني

در  روليتي پلاسمابه روش اکسيداسيون الکت  5052آلياژ آلومينيم  پوشش دهيارشد مهندسي مواد: نامه کارشناسي پايان -23

آرش فتاح  ، استاد راهنما: دکتر: اعظم خدابنده لويي، دانشجوو روي حاوي نانوذرات اکسيد سيليسيم سيليکاتيالکتروليت 

 .1396بهمن ماه  16اساتيد مشاور: دکتر محسن کشاورز خوراسگاني و دکتر سيد اميد گشتي، ، الحسيني

به روش اکسيداسيون الکتروليتي   اکسيدي تيتانيم خالص تجاريپوشش دهي : ارشد مهندسي موادنامه کارشناسي پايان -24

، آرش فتاح الحسيني ، استاد راهنما: دکترمسعود رکنيان: ، دانشجورويحاوي نانوذرات اکسيد  فسفاتيدر الکتروليت  پلاسما

 .1396بهمن ماه  17، اساتيد مشاور: دکتر محسن کشاورز خوراسگاني و دکتر سيد اميد گشتي

فولاد زنگ  يبر خواص مکانيکي و رفتار خوردگ يساز زدانهير ريثبررسي تاارشد مهندسي مواد: نامه کارشناسي پايان -25

-دکتر فتح الله قدس، استاد راهنما: صابر مريانجي: ، دانشجوشرفتهيپ کاليترمومکان اتيشده با عمل زدانهير 304 يتينزن آستن

 .1396ماه بهمن  20، آرش فتاح الحسيني دکتر

در  کروقوسيم ونيداسيروش اکس به AZ31 زيميمن اژيآل يدياکس يده پوششارشد مهندسي مواد: نامه کارشناسي پايان -26

، آرش فتاح الحسيني دکتر-دکتر احمد کيواني، استاد راهنما: ميثم زماني: ، دانشجويرو دينانو ذرات اکس يحاو تيالکترول

 .1396بهمن ماه  30

پوشش هيدروکسي آپاتيت ايجاد شده روي آلياژ   خوردگيبررسي رفتار  مه کارشناسي ارشد مهندسي مواد:ناپايان -27

AZ31B  استاد راهنما: راضيه چهارمحالي: ، دانشجوبه روش اکسيداسيون الکتروليتي پلاسمايي در محلول شبيه ساز بدن ،

 .1397تيرماه  24، دکتر حميد اصفهاني -آرش فتاح الحسيني دکتر

بر روي تيتانيوم خالص تجاري و بررسي رفتار رويين  2TiB/TiB پوشش دهي نامه کارشناسي ارشد مهندسي مواد:پايان -82

دکتر  -آرش فتاح الحسيني ، استاد راهنما: دکتراديب ابراهيمي: دانشجو ،هاي رينگر و هنکو الکتروشيميايي آن در محلول

 .1397ماه آذر 19، مان طلباميد ايدکتر ، استاد مشاور: يحميد اصفهان

به روش لايه نشاني فيزيکي  TiN/CrNبررسي رفتار خوردگي پوشش چندلايه نامه کارشناسي ارشد مهندسي مواد: پايان -29

راهنما:  تاداس ،زهرا عندليبيدانشجو: ، در محلول شبيه سازي شده بدن Ti-6Al-4Vتبخير قوس کاتدي روي تيتانيوم و آلياژ 

 .1397بهمن ماه  7، اميد ايمان طلبدکتر  -دکتر آرش فتاح الحسيني مشاور: اتيدواه، اسدکترحسن علم خ

زني بر رفتار هاي پسماند حاصل از ساچمهسازي و تنشبررسي اثرات ريزدانهنامه کارشناسي ارشد مهندسي مواد: پايان -30

اميرحسين دکتر  مشاور: اتيدآرش فتاح الحسيني، اس راهنما: دکتر تاداس ،مرضيه نبئيدانشجو: ، خوردگي تيتانيم خالص تجاري

 .1397بهمن ماه  8محمودي، 

رفتار الکتروشيميايي پوشش نانوساختار نيتريد  نامه کارشناسي ارشد مهندسي مواد: بررسي تاثير ولتاژ باياس برپايان -31

دانشجو:  ، (SBF)حلول شبيه سازي بدندر م (PVD)اعمال شده برکاشتني فلزي به روش رسوب فيزيکي بخار  (TiN)تيتانيم 

بهمن ماه  8، اميد ايمان طلبدکتر دکترحسن علم خواه، استاد مشاور: -اساتيد راهنما: دکتر آرش فتاح الحسيني ،مهسا ميرزايي

1397. 
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بر  اعمال شده Ti/TiNنامه کارشناسي ارشد مهندسي مواد: بررسي رفتار خوردگي پوشش چند لايه نانوساختار پايان -32

اساتيد  ،دانشجو: شيوا ظاهري شجاع در محلول شبيه سازي بدن، (PVD)هاي فلزي به روش رسوب فيزيکي بخار کاشتني

 .1397بهمن ماه  14، اميد ايمان طلبدکتر دکترحسن علم خواه، استاد مشاور: -راهنما: دکتر آرش فتاح الحسيني

تار خوردگي  الکتروشيمي و بيولوژيکي پوشش تانتاليوم نايترايد نامه کارشناسي ارشد مهندسي مواد: بررسي رفپايان -33

(TaNاعمال شده بروش کندو )،دکترحسن -اساتيد راهنما: دکتر آرش فتاح الحسيني ،کاظم باباييدانشجو:  پاش مغناطيسي

 .1397بهمن ماه  14، اميد ايمان طلبدکتر علم خواه، استاد مشاور: 

 هيپا اژيسوپر آل يبر رو ايرکونيز هيبر پا يساختار سد حرارتپوشش نانو جادياهندسي مواد: نامه کارشناسي ارشد مپايان -34

-اساتيد راهنما: دکتر آرش فتاح الحسيني ،حبيب کريميدانشجو:  ،ييپلاسما يتيالکترول ونيداسيبه روش اکس کلين

 .1398دکتر سيد اميد گشتي، شهريور ماه ، استاد مشاور: ميد اصفهانيدکترح

 باکتريال يخواص آنت بر CuO و ZnOافزودن نانوذرات   رگذارييتاث يبررس ي مواد:نامه کارشناسي ارشد مهندسپايان -35

، محيا صيفيپلاسما، دانشجو:  يتيالکترول ونيداسيبه روش اکس زيمينم AZ31B  اژيبر آل تيآپات يدروکسيه هايپوشش

 .1398اه بهمن م 14د راهنما: دکتر آرش فتاح الحسيني ، تااس

 اعمالCrNبررسي اثر افزودن عناصر تيتانيوم و آلومينيوم به پوشش نانوساختار  ي مواد: نامه کارشناسي ارشد مهندسپايان -36

دکتر راهنما:  تاداس، کتايون جوکار، دانشجو: Hنشاني فيزيكي تبخير قوس كاتدي بر فولاد ابزار گرمكار  شده به روش لايه

 .1398ماه بهمن  7،  -دکتر آرش فتاح الحسينيشاور: استاد م، حسن علم خواه

 ميکلسي/ ترتيفورستر يکيسرام يهاپوشش ييايميرفتار الکتروش يبررسي مواد: نامه کارشناسي ارشد مهندسپايان -37

اهنما: د رتا، اساميرحسين کاظمي، دانشجو: AZ31B اژيآل يپلاسما بر رو يتيالکترول ونيداسيشده به روش اکس جاديا فسفات

 .1399ماه  آبان 27دکتر آرش فتاح الحسيني ، 

اعمال شده به روش  Cu/CrN هيپوشش نانولا ييايميرفتار الکتروش يبررسي مواد: نامه کارشناسي ارشد مهندسپايان -38

فتاح  راهنما: دکتر آرش دياسات، مژگان هيربد جوان، دانشجو: 304از فاز بخار بر فولاد زنگ نزن  يکيزيف يگذار¬رسوب

 .1400ماه ارديبهشت  5،  دکتر حسن علم خواه، استاد مشاور: دکتر اميد ايمان طلب -الحسيني

 يهاپوشش يو خوردگ يشيبر رفتار سا 2TiOافزودن نانو ذرات  ريتأثي مواد: نامه کارشناسي ارشد مهندسپايان -93

د تا، اسايحنانه مظفرن، دانشجو: ييپلاسما يتيولالکتر ونيداسيبه روش اکس AZ31 ميزيمن اژيآل يشده رو جاديا يکيسرام

 .1400ماه مهر 21، دکتر ميثم نوري -اميد ايمان طلبدکتر د مشاور: اساتيراهنما: دکتر آرش فتاح الحسيني، 

 هيه روش لاب Cr/CrN  هيپوشش نانو لا يو خوردگ يشيخواص سا يبررسي مواد: نامه کارشناسي ارشد مهندسپايان -40

فاطمه جاسم پور ، دانشجو: ييايدر يکاربردها يراب 304بر فولاد زنگ نزن   يقوس کاتد ريتبخ يکيزيف رسوب ينشان

ماه مهر 26، اميد ايمان طلبدکتر د مشاور: استا، دکتر حسن علم خواه -راهنما: دکتر آرش فتاح الحسيني اتيد، اسيداويسع

1400. 

 CrCNو  CrNنانو ساختار  هيچند لا يهاپوشش يرفتار خوردگ سهيمقاي مواد: نامه کارشناسي ارشد مهندسپايان -41

دکتر  -راهنما: دکتر آرش فتاح الحسيني اتيد، اسمحسن سليماني، دانشجو: نزنبر فولاد زنگ PVDاعمال شده به روش 

 .1401ماه شهريور 2حسن علم خواه، 
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رفتار  بر CrN/CrAlN هيبر سطح پوشش نانولا ينيکمکا يتکميل نديتاثير فرآي مواد: نامه کارشناسي ارشد مهندسپايان -42

 2دکتر حسن علم خواه،  -راهنما: دکتر آرش فتاح الحسيني اتيد، اساميرحسين قربانيدانشجو: ، آن يکيبولوژيو تر يخوردگ

 .1401ماه شهريور

 ييايميو الکتروش يستيفتوکاتالمس بر رفتار  ديذرات اکساثر افزودن نانو يبررسي مواد: نامه کارشناسي ارشد مهندسپايان -43

د تا، اسامد بهراميانح، دانشجو: خالص تجاري وميتانيت يرو ييپلاسما يتيالکترول ونيداسيتوسط اکس جادشدهيا يهاپوشش

 .1401ماه شهريور 4، مينو کرباسيدکتر د مشاور: استاراهنما: دکتر آرش فتاح الحسيني، 

 يکيولوژيو ترب يبر رفتار خوردگ ايسر ديذرات اکسافزودن نانو ريتأثد: ي موانامه کارشناسي ارشد مهندسپايان -44

پريسا زارعي ، دانشجو: ييپلاسما يتيالکترول ونيداسيبه روش اکس AZ91 اژيآل يبر رو شده جاديا يکيسرام يهاپوشش

 .1401 ماهشهريور 4دکتر آرش فتاح الحسيني ، د مشاور: استا،  دکتر ميثم نوريد راهنما: تا، استوانا

 

( بر رفتار ARBفرآيند نورد تجمعي ) و تاثير 1050بررسي رويين شدن آلياژ آلومينيم  رساله دکتري مهندسي مواد: -1

اساتيد مشاور: دکتر  ،استاد راهنما: دکتر آرش فتاح الحسيني اميد گشتي،سيد دانشجو:  ،الکتروشيميايي لايه رويين

 .1394 ماه دي 16 :دفاع از رسالهتاريخ  سن کشاورز خوراسگاني و دکتر يوسف مظاهري رودبالي،مح

توليد شده با فرايند  430نزن تاثير ريزدانه سازي بر رفتار الکتروشيميايي فولاد زنگ رساله دکتري مهندسي مواد: -2

اساتيد مشاور: دکتر محسن کشاورز  ي،استاد راهنما: دکتر آرش فتاح الحسينسعيد وفاييان، دانشجو:  نورد سرد،

 .1395ارديبهشت ماه  29تاريخ دفاع از رساله:  خوراسگاني و دکتر يوسف مظاهري رودبالي،

فرآيند نورد تجمعي  و تاثير هاي قلياييبررسي رويين شدن مس خالص در محيط رساله دکتري مهندسي مواد: -3

(ARBبر رفتار الکتروشيميايي لايه رويين )، استاد راهنما: دکتر آرش فتاح الحسيني، اميد ايمان طلب،: دانشجو 

مهر ماه  28تاريخ دفاع از رساله:  اساتيد مشاور: دکتر محسن کشاورز خوراسگاني و دکتر يوسف مظاهري رودبالي،

1395. 

 AZ31B منيزيمي آلياژ روي شده تشکيل رويين هايبررسي رفتار الکتروشيميايي لايهرساله دکتري مهندسي مواد:  -4

تاريخ دفاع از رساله: استاد راهنما: دکتر آرش فتاح الحسيني،  مهشيد صباغي جوني، دانشجو:  ،يقلياي هايدر محيط

 .1395دي ماه  29

 آلومينيوم آلياژ خوردگي پوشش اکسيدي ميکرو قوس الکتريکي رويبررسي رفتار  رساله دکتري مهندسي مواد: -5

استاد مشاور: دکتر محسن کشاورز استاد راهنما: دکتر آرش فتاح الحسيني،  مجتبي وکيلي ازغندي،دانشجو:  ،6061

 .1396بهمن ماه  18خوراسگاني، 

خوردگي آندهاي خنثي پايه نيکل در محيط کلريد کلسيم مذاب براي بررسي رفتار  رساله دکتري مهندسي مواد: -6

تر کوروش جعفرزاده، استاد مشاور: دکتر استاد راهنما: دک مهدي الزماني،دانشجو:  ،FFCتوليد تيتانيم به روش 

 .1397اسفندماه  18آرش فتاح الحسيني، 
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بر  TiN/CrNو  CrN, TiNهاي نانوساختار بررسي رفتار الکتروشيميايي پوشش رساله دکتري مهندسي مواد: -7

هنما: دکتر استاد را ،نضال صاحب منصور العوده، دانشجو: مورد استفاده در پروتزهاي ثابت دنداني Ni-Crآلياژ 

 .1398ماه خرداد 12ان، استاد مشاور: دکتر حسن علم خواه، ييدکتر آرش شيشه -آرش فتاح الحسيني

 وميرکونيهاي نانوساختار نيتريد کروم و نيتريد زبررسي ارتباط معماري پوششرساله دکتري مهندسي مواد:  -8

( با رفتار الکتروشيميايي و PVDبخار ) به روش رسوب فيزيکي AISI 304نزن شده بر زيرلايه فولاد زنگاعمال

، استاد راهنما: دکتر آرش فتاح الحسيني، استاد مشاور: دکتر حسن پرويز محمديان صميمدانشجو:  ،هامکانيکي آن

 .1400ماه ارديبهشت  12، دکتر اميد ايمان طلب-علم خواه

 يهاپوشش يکيبولوژيو تر يکيکانم ،ييايميبر رفتار الکتروش لياثر آن يبررسرساله دکتري مهندسي مواد:  -9

CrN/CrAlN استاد راهنما: دکتر آرش فتاح ونگسا يمورايدانشجو:  ،بخار يکيزيشده به روش رسوب فاعمال ،

 .1401ماه خرداد 11، دکتر اميد ايمان طلب-الحسيني، استاد مشاور: دکتر حسن علم خواه

و  يکيبولوژيتر ،ييايميبر رفتار الکتروش ايرکونيو ز ايتانيتاثر افزودن نانوذرات  سهيمقارساله دکتري مهندسي مواد:  -10

، استاد راهنما: مريم مولاييدانشجو:  ،خالص ميتانيت يرو ييپلاسما يتيالکترول ونيداسياکس يهاپوشش يکيولوژيب

 .1401 ماهرمه 19، دکتر عليرضا نوريان-ميثم نوريدکتر آرش فتاح الحسيني، استاد مشاور: دکتر 

 

 تاکنون 19/02/1400از تاريخ بوعلي سينا  دانشگاهرييس دانشکده مهندسي  -1

  06/12/1401بوعلي سينا از تاريخ  دانشگاهدهم يازدور هيأت مميزه عضو  -2

 23/08/1401تا  08/11/1399عضو هيأت مميزه دور دهم دانشگاه بوعلي سينا از تاريخ  -3

  23/01/1401از تاريخ  تفرش )به عنوان نماينده وزير محترم علوم( هيأت مميزه دانشگاهعضو  -4

  28/10/1401)به عنوان نماينده وزير محترم علوم( از تاريخ  ايلامدانشگاه عضو هيأت مميزه  -5

  15/07/1401از تاريخ  ملايرعضو هيأت مميزه دانشگاه  -6

 06/12/1401از تاريخ  وعلي سينابدور هيأت مميزه دانشگاه  ازدهمينيمهندسي در -فنيكميسيون تخصصي  رييس -7

 05/09/1401رييس كميسيون تخصصي مهندسي در اولين دور هيأت مميزه دانشگاه ملاير از تاريخ  -8

تا  11/11/1397از تاريخ بوعلي سينا أت مميزه دانشگاه عضو كميسيون تخصصي فني و مهندسي در نهمين دور هي -9

11/11/1399 

تا  11/11/1396از تاريخ بوعلي سينا عضو كميسيون تخصصي فني و مهندسي در هشتمين دور هيأت مميزه دانشگاه  -10

10/11/1397 

  18/3/1398تا  4/3/1390از تاريخ بوعلي سينا دانشگاه  مدير گروه مهندسي مواد -11

 تاکنون 12/9/1393از تاريخ  بوعلي سينادانشگاه تشارات شوراي ان عضو -12

دانشگاه  گروه مهندسي مواد دهياندازي آزمايشگاه تحقيقاتي خوردگي و پوششسرپرست و مسوول تجهيز و راه -13

 تاکنون 31/04/1390از تاريخ بوعلي سينا 
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بوعلي سينا دانشگاه  مهندسي موادگروه  فتوکاتاليستاندازي آزمايشگاه تحقيقاتي سرپرست و مسوول تجهيز و راه -14

 تاکنون 31/02/1401از تاريخ 

 24/6/1394تا  1/4/1392از تاريخ بوعلي سينا دانشگاه  گروه مهندسي مواد سرپرست آزمايشگاه متالوگرافي -15

از بوعلي سينا دانشگاه  گروه مهندسي مواد اندازي آزمايشگاه عمليات حرارتيو راه سرپرست و مسوول تجهيز -16

 24/6/1394تا  1/11/1390تاريخ 

 1391در سال  بوعلي سينادانشگاه اندازي دوره دکتري مهندسي مواد مديريت راه -17

در سال  بوعلي سينادانشگاه اندازي کارشناسي ارشد مهندسي مواد )گرايش شناسايي و انتخاب مواد( مديريت راه  -18

1390 

 

 
 گي دخور م و مهندسيپژوهشي علو-تحريره فصلنامه علميهيات عضو  -

 گي ايراندپيوسته انجمن خور( و 1393تا  1391از سال هيات مديره )عضو  -

 پيوسته انجمن علوم و تکنولوژي سطح ايران و( 1395تا  1392از سال )هيات مديره  عضو -

 ايران  آهن و فولادپيوسته انجمن و ( 1395تا  1392از سال )هيات مديره عضو  -

 ن مهندسين متالورژي ايرانه انجمعضو پيوست -

 تاکنون 1390از سال  ملي مهندسي سطح هايعضو کميته علمي سمينار -

 تاکنون 1391از سال  ملي خوردگي ايران هاي عضو کميته علمي کنگره -


